
2003-01.Slovenski inštitut za standardizacijo. Razmnoževanje celote ali delov tega standarda ni dovoljeno.

Gumene in polimerne cevi ter cevni priključki - Ugotavljanje prepustnosti za pline
(ISO 4080:1991)

Gummi- und Kunststoffschläuche und -schlauchleitungen - Bestimmung der 
Gasdurchlässigkeit (ISO 4080:1991)

Tuyaux et flexibles en caoutchouc et en plastique - Détermination de la perméabilité au 
gaz (ISO 4080:1991)

Rubber and plastics hoses and hose assemblies - Determination of permeability to gas 
(ISO 4080:1991)

83.140.40 Gumene cevi Hoses

ICS:

Ta slovenski standard je istoveten z: EN ISO 4080:1995/AC:1998

SIST EN ISO 4080:2000/AC:2000 en

01-december-2000
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