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Vroļe brizganje - Zahteve za kakovost vroļe brizganih prevlek na konstrukcijskih
elementih - 1. del: Vodila za izbiro in uporabo (ISO 14922-1:1999)

Thermisches Spritzen - Qualitätsanforderungen an thermisch gespritzte Bauteile - Teil 1: 
Richtlinien zur Auswahl und Verwendung (ISO 14922-1:1999)

Projection thermique - Exigences qualité des constructions obtenues par projection 
thermique - Partie 1: Lignes directrices pour leur sélection et utilisation (ISO 14922-
1:1999)

Thermal spraying - Quality requirements of thermally sprayed structures - Part 1: 
Guidance for selection and use (ISO 14922-1:1999)

25.220.20 Površinska obdelava Surface treatment

ICS:

Ta slovenski standard je istoveten z: EN ISO 14922-1:1999

SIST EN ISO 14922-1:2000 en

01-december-2000
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