
2003-01.Slovenski inštitut za standardizacijo. Razmnoževanje celote ali delov tega standarda ni dovoljeno.

S steklom ojaļeni polimerni materiali ï Doloļevanje ģarne izgube

Glasfaserverstärkte Kunststoffe - Bestimmung des Glühverlustes

Matieres plastiques renforcées au verre textile - Détermination de la perte au feu

Glass reinforced plastics - Determination of the loss on ignition

83.120 Ojaļani polimeri Reinforced plastics

ICS:

Ta slovenski standard je istoveten z: EN 60:1977/A1:1978

SIST EN 60:1999/A1:1999 en

01-maj-1999

SIST EN 60:1999/A1:1999
SLOVENSKI  STANDARD

iTeh STANDARD PREVIEW
(standards.iteh.ai)

SIST EN 60:1999/A1:1999
https://standards.iteh.ai/catalog/standards/sist/79a0c9b7-5367-4563-b5f1-

1bf301323f1f/sist-en-60-1999-a1-1999
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