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Rubber- or plastics-coated fabrics for water-resistant 
clothing - Specification - 

Part 1: 
PVC-coated fabrics 
TECHNICAL CORRIGENDUM 1 

Supports textiles rev&us de caoutchouc ou de plastique pour vgtements impet-mkables 6 l�eau - Spkifications - 

Partie 1: T/‘ssus revetus de polykhlorure de vinyle) 

RECTIFICA TIF TECHNIQUE I 

Technical corrigendum 1 to International Standard IS0 8096-l : 1989 was prepared by Technical Committee ISO/TC 45, Rubber and 
rubber products, Working Group WG 13, Coated fabrics. 
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Table 1 

Correct the minimum transverse tearing force requirement for grade WL from 88 N to 80 N, and that for grade MW from 184 N 
to 134 N. 

UDC 678.743.22.066: 677.077.652: 677.027.625X2.1 : 646.1 Ref. No. IS0 8096-I : 1989Kor.l: 1991 (E) 

Descriptors : rubber, plastics, fabrics coated with rubber, fabrics coated with plastics, polyvinyl chloride, water resistance, specifications. 
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