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Keramične ploščice - 2. del: Mere in kakovost površine

Keramische Fliesen und Platten - Teil 2: Bestimmung der Maße und der 
Oberflächenbeschaffenheit (ISO 10545-2:1995, einschließliech Technische Korrektur 
1:1997)

Carreaux et dalle céramiques - Partie 2: Détermination des caractéristiques 
dimensionelles et de la qualité de surface (ISO 10545-2:1995, Rectificatif Technique 
1:1997 inclus)

Ceramic tiles - Part 2: Determination of dimensions and surface quality (ISO 10545-
2:1995, including Technical Corrigendum 1:1997)

91.100.23 Keramične ploščice Ceramic tiles

ICS:

Ta slovenski standard je istoveten z: EN ISO 10545-2:1997
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ISO 10545=2:1995(E) 

Foreword 

ISO (the International Organization for Standardization) is a worldwide 
federation of national Standards bodies (ISO member bodies). The work of 
preparing International Standards is normally carried out through ISO 
technical committees. Esch member body interested in a subject for which 
a technical committee has been established has the right to be 
represented on that committee. International organizations, governmental 
and non-governmental, in liaison with ISO, also take part in the work. ISO 
collaborates closely with the International Electrotechnical Commission 
(1 EC) on all matters of electrotechnical standardization. 

Draft International Standards adopted by the technical committees are 
circulated to the member bodies for voting. Publication as an International 
Standard requires approval by at least 75 % of the member bodies casting 
a vote. 

International Standard ISO 105452 was prepared by Technical Committee 
ISO/TC 189, Ceramic tile. 

ISO 10545 consists of the following Parts, under the general title Ceramic 
tiles: 

- Part 1: Sampling and basis for acceptance 

- Part 2: Determination of dimensions and surface quality 

- Part 3: Determination of water absorption, apparent porosity, apparent 
relative density and bulk density 

- Part 4: Determination of modulus of rupture and breaking strength 

- Part S;. 
ficien t 

Determination o f 
sf restitution 

Impact resis tance bY measurement of coef- 

- Part 6: Determination of resis tance to deep abrasion for unglazed tiles 
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- Part 7: Determination of resistance to sun’ace abrasion for glazed tiles 

- Part 8: Determination of linear thermal expansion 

- Part 9: Determination of resistance to thermal shock 

- Part IO: Determination of mois ture expansion 

- Part 11: Determination of crazing resistance for glazed tiles 

- Part 12: Determination of frost resistance 

- Part 13: Determination of Chemical resis tance 

- Part 14: Determination of resistance to stains 

- Part 15: Determination of lead and Cadmium given off by glazed tiles 

- Part 76: Determination of small colour differentes 

- Part 17: Determination of coefficient of friction 
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