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Lepila za ploščice - Definicije in terminologija

Mörtel und Klebstoffe für Fliesen und Platten - Definitionen und Begriffsbestimmung

Colles a carrelage - Définitions et terminologie

Adhesives for tiles - Definitions and terminology

91.100.23 Keramične ploščice Ceramic tiles

83.180 Lepila Adhesives

01.040.91 Gradbeni materiali in gradnja 
(Slovarji)

Construction materials and 
building (Vocabularies)

ICS:

Ta slovenski standard je istoveten z: EN 1322:1996/A1:1998

SIST EN 1322:1998/A1:2000 en

01-september-2000
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