
2003-01.Slovenski inštitut za standardizacijo. Razmnoževanje celote ali delov tega standarda ni dovoljeno.

Aerospace series - Ethylene-propylene rubber (EPM/EPDM) - Hardness 80 IRHD

Luft- und Raumfahrt - Ethylen-Propylen-Elastomer (EPM/EPDM) - Härte 80 IRHD

Série aérospatiale - Elastomere éthylene-propylene (EPM/EPDM) - Dureté 80 DIDC

Aerospace series - Ethylene-propylene rubber (EPM/EPDM) - Hardness 80 IRHD

49.025.40 Guma in polimerni materiali Rubber and plastics

ICS:

Ta slovenski standard je istoveten z: EN 2431:1995

SIST EN 2431:2001 en

01-januar-2001

SIST EN 2431:2001
SLOVENSKI  STANDARD

iTeh STANDARD PREVIEW
(standards.iteh.ai)

SIST EN 2431:2001
https://standards.iteh.ai/catalog/standards/sist/909d811a-6740-49e9-a08e-

d9300100d12f/sist-en-2431-2001
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