
2003-01.Slovenski inštitut za standardizacijo. Razmnoževanje celote ali delov tega standarda ni dovoljeno.

Kovinski materiali - Udarni preskus po Charpyju - 2. del: Preverjanje 
preskuševalnega stroja (udarec z nihalom)

Metallische Werkstoffe - Kerbschlagbiegeversuch nach Charpy - Teil 2: Prüfung der 
Prüfmaschine (Pendelschlagwerk)

Matériaux métalliques - Essai de flexion par choc sur éprouvette Charpy - Partie 2: 
Vérification de la machine d'essai (mouton-pendule)

Metallic materials - Charpy impact test - Part 2: Verification of the testing machine 
(pendulum impact)

77.040.10 Mehansko preskušanje kovin Mechanical testing of metals

ICS:

Ta slovenski standard je istoveten z: EN 10045-2:1992/AC:1993

SIST EN 10045-2:1996/AC1:1997 en

01-junij-1997

SIST EN 10045-2:1996/AC1:1997
SLOVENSKI  STANDARD
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