
2003-01.Slovenski inštitut za standardizacijo. Razmnoževanje celote ali delov tega standarda ni dovoljeno.

Mikrografsko ugotavljanje deleģa nekovinskih vkljuļkov v jeklih z uporabo
standardnih slik

Metallographische Prüfung des Gehaltes nichtmetallischer Einschlüsse in Stählen mit 
Bildreihen

Détermination micrographique de la teneur en inclusions non métalliques des aciers a 
l'aide d'images-types

Micrographic examination of the nonmetallic inclusion content of steels using standard 
pictures

77.040.99 Druge metode za 
preskušanje kovin

Other methods of testing of 
metals

ICS:

Ta slovenski standard je istoveten z: ENV 10247:1998/AC:2000

SIST ENV 10247:2000/AC:2001 en

01-september-2001
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