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C O R R I G E N D U M  1  
 
 
 
 

Annex A, item c), second paragraph, first sentence 

Replace, "shore-A" by "shore-OO". 
 
The correct sentence reads as follows: 
 
The pinna simulator shall be made from a high-quality rubber or elastomer, the shore-OO 
hardness of which, measured at the surface 15 mm forward to the ear canal opening should 
be 35. 
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