
2003-01.Slovenski inštitut za standardizacijo. Razmnoževanje celote ali delov tega standarda ni dovoljeno.

Bituminous mixtures - Test methods for hot mix asphalt - Part 4: Bitumen 
recovery: Fractionating column

Bituminous mixtures - Test methods for hot mix asphalt - Part 4: Bitumen recovery: 
Fractionating column

93.080.20 Materiali za gradnjo cest Road construction materials

ICS:

Ta slovenski standard je istoveten z: EN 12697-4:2000/AC:2001

SIST EN 12697-4:2002/AC:2002 en

01-september-2002

SIST EN 12697-4:2002/AC:2002
SLOVENSKI  STANDARD
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