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This amendment A1 modifies the European Standard EN 113:1996; it was approved by CEN on 28 November 2003.
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ForewordThis document (EN 113:1996/A1:2004) has been prepared by Technical Committee CEN/TC 38 “Durability of
wood and derived materials”, the secretariat of which is held by AFNOR.

This Amendment to the European Standard EN 113:1996 shall be given the status of a national standard,
either by publication of an identical text or by endorsement, at the latest by July 2004 and conflicting national
standards shall be withdrawn at the latest by July 2004.

According to the CEN/CENELEC Internal Regulations, the national standards organizations of the following
countries are bound to implement this European Standard : Austria, Belgium, Cyprus, Czech Republic,
Denmark, Estonia, Finland, France, Germany, Greece, Hungary, Iceland, Ireland, Italy, Latvia, Lithuania,
Luxembourg, Malta, Netherlands, Norway, Poland, Portugal, Slovakia, Slovenia, Spain, Sweden, Switzerland
and United Kingdom.
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3This amendment concerns modifications of B.1 and B.3.

B.1: Footnote 6: read “0,1 Mrad” instead of “1 Mrad”.

B.3, paragraph 2: delete the sentence “place the specimens……..by hot iron welding”.

B.3, paragraph 3, line 3: read “2 days” instead of “5 days”.
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