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Foreword

This document (EN 13498:2002) has been prepared by Technical Committee CEN /TC 88, "Thermal insulating
materials and products", the secretariat of which is held by DIN

This European Standard shall be given the status of a national standard, either by publication of an identical text or
by endorsement, at the latest by April 2003, and conflicting national standards shall be withdrawn at the latest by
April 2003

This European Standard is one of a series of standards which specify test methods for determining dimensions and
properties of thermal insulating materials and products. It supports a series of product standards for thermal
insulating materials and products which derive from the Council Directive of 21 December 1988 on the
approximation of laws, regulations and administrative provisions of the Member States relating to construction
products (Directive 89/106/EEC) through the consideration of the essential requirements.

This European Standard has been drafted for applications in buildings but may also be used in other areas where it
is relevant.

According to the CEN/CENELEC Internal Regulations, the national standards organizations of the following
countries are bound to implement this European Standard: Austria, Belgium, Czech Republic, Denmark, Finland,
France, Germany, Greece, Iceland, Ireland, Italy, Luxembourg, Malta, Netherlands, Norway, Portugal, Spain,
Sweden, Switzerland and the United Kingdom.
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1 Scope

This European Standard specifies equipment and a procedure for determining the resistance to penetration of
external thermal insulation composite systems.

2 Normative references  

This European Standard incorporates, by dated or undated reference, provisions from other publications. These
normative references are cited at the appropriate places in the text and the publications are listed hereafter. For
dated references subsequent amendments to, or revisions of any of these publications apply to this European
Standard only when incorporated in it by amendment or revision. For undated references the latest edition of the
publication referred to applies (including amendments).

EN 823:, Thermal insulating products for building applications — Determination of thickness.

EN 826, Thermal insulating products for building applications — Determination of compression behaviour.

EN 1015-1, Methods of test for mortar for masonry — Part 1: Determination of particle size distribution (by sieve
analysis).

EN 1602, Thermal insulating products for building applications — Determination of the apparent density.

EN 1607, Thermal insulating products for building applications — Determination of tensile strength perpendicular to
faces.

prEN 13499:1999, Thermal insulation products for buildings — External Thermal Insulation Composite Systems
(ETICS) based on expanded polystyrene — Specification.

prEN ISO 3251, Paints, varnishes and plastics — Determination of non-volatile matter content (ISO/DIS
3251:2000)

EN ISO 3451-1, Plastics — Determination of ash — Part 1: General methods (ISO 3451-1:1997).

prEN ISO 9229:1997, Thermal insulation — Definitions of terms (ISO 9229:1997).

3 Terms and definitions

For the purposes of this European Standard the terms and definitions given in prEN ISO 9229:1997 and prEN
13499:1999 apply.

4 Principle

The resistance to penetration is determined by pressing a penetration device into the surface of the ETICS. The
maximum force in newtons is recorded as the resistance to penetration.

5 Apparatus

5.1 Test apparatus

The compression testing machine suited for the range of force and displacement involved, capable of  moving at a
constant crosshead speed adjusted to (10 ± 1) mm/min, and suitable for continuous measurement of the force
permitting reading to 1 % (in accordance with EN 826).
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The testing machine shall have on the one side a very rigid plane parallel plate at least as large as the test
specimen to be tested.

On the other side the testing machine shall have the penetration device. The penetration device is a steel cylinder
with a length of at least 30 mm and a diameter of (20 ± 0,1) mm and an hemispherical end with a radius of
(10 ± 0,05) mm. The axis of the steel cylinder is during the test perpendicular to the surface of the test specimen
with base coat and finishing material.

The penetration device is shown in Figure 1.

Key

1 Device for penetration test, d = 20 mm

2 Finishing material

3 Base coat with reinforcement

4 Thermal insulation material

Figure 1 — Test apparatus for the determination of the resistance to penetration of ETICS

5.2 Measurement of force

A sensor is fitted to either the plate or the penetration device to measure the force produced by the reaction of the
test specimen upon the penetration device. This sensor shall be such that its own deformation during the
measuring operation is negligible compared with that being measured or if not, it shall be taken into account by
calculation. In addition, it shall allow continuous measurement of the force permitting reading to 1 %. The resulting
force shall be recorded simultaneously at the displacement

6 Test specimens

6.1 Preparation and number of  test specimen

The base coat with the reinforcement is applied in accordance with the manufacturers instructions on to the surface
of the thermal insulation material. The test specimens shall have minimum dimension of
200 mm × 200 mm × 60 mm. After a time period which is specified by the manufacturer, the finishing material is
applied on to the surface of the base coat in accordance with the manufacturers instructions. If the specimen is
larger than 200 mm x 200 mm then cut from the coated thermal insulation material the test specimens with
dimensions of at least 200 mm × 200 mm. For this test five test specimens are necessary.

6.2 Conditioning of test specimens

The conditioning of test specimens shall be carried out as specified in the relevant ETICS product standard.
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NOTE In the absence of a product standard for ETICS or any other European technical specification the conditioning
procedure may be agreed between parties.

7 Procedure

7.1 Test conditions

The test shall be carried out at (23 ± 5) °C.

7.2 Test procedure

The penetration device is continuously pressed into the surface of the test specimen with a speed of
(10 ± 1) mm/min. The resulting force is recorded simultaneously. The test has to be performed in the centre of the
five specimens.

8 Calculation and expression of results

The maximum force during penetration of the steel cylinder into the ETICS is the resistance to penetration
expressed in Newtons.

The result shall be expressed as the mean value of the measurements, rounded to the nearest 1 N.

9 Accuracy of measurement

NOTE It has not been possible to include a statement on the accuracy of the measurement in this edition of the standard.
But it is intended to include such a statement when the standard is next revised.

10 Test report

The test report shall include the following information:

a) a reference to this European Standard;

b) product identification given by the system manufacturer;

1) ETICS

i) product name, factory, manufacturer or supplier of the ETICS;

ii) batch numbers of the components of the ETICS;

2) Finishing material and base coat

i) type of product (finishing material or base coat);

ii) packaging when the product arrived at the laboratory;

iii) the form of the product (paste or powder);

iv) preparation of the product (with adding cement, water or other components, time and procedure for
mixing the components before application);

v) type of the main binders of the product (lime, cement, organic binder);

vi) if the product is a paste, the non-volatile matter determined in accordance with prEN ISO 3251, test
conditions 3 h at 105 °C;
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