
2003-01.Slovenski inštitut za standardizacijo. Razmnoževanje celote ali delov tega standarda ni dovoljeno.

Metode preskuġanja zidakov - 11. del: Ugotavljanje kapilarnega vpijanja vode
betonskih zidakov ter zidakov iz umetnega in naravnega kamna in zaļetna stopnja
vpijanja vode opeļnih zidakov

Prüfverfahren für Mauersteine - Teil 11: Bestimmung der kapillaren Wasseraufnahme 
von Mauersteinen aus Beton, Betonwerksteinen und Natursteinen sowie der 
anfänglichen Wasseraufnahme von Mauerziegeln

Méthodes d'essai des éléments de maçonnerie - Partie 11: Détermination de l'absorption 
de l'eau par capillarité des éléments de maçonnerie en béton de granulats, en pierre 
reconstituée et naturelle et du taux initial d'absorption d'eau des éléments de maçonnerie 
en terre cuite

Methods of test for masonry units - Part 11: Determination of water absorption of 
aggregate concrete, manufactured stone and natural stone masonry units due to 
capillary action and the initial rate of water absorption of clay masonry units

91.100.30 Beton in betonski izdelki Concrete and concrete 
products

91.100.15 Mineralni materiali in izdelki Mineral materials and 
products
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Foreword

This document (EN 772-11:2000/A1:2004) has been prepared by Technical Committee CEN/TC 125
“Masonry”, the secretariat of which is held by BSI.

This European Standard shall be given the status of a national standard, either by publication of an
identical text or by endorsement, at the latest by September 2004, and conflicting national standards
shall be withdrawn at the latest by September 2004.

According to the CEN/CENELEC Internal Regulations, the national standards organizations of the
following countries are bound to implement this European Standard: Austria, Belgium, Cyprus, Czech
Republic, Denmark, Estonia, Finland, France, Germany, Greece, Hungary, Iceland, Ireland, Italy,
Latvia, Lithuania, Luxembourg, Malta, Netherlands, Norway, Poland, Portugal, Slovakia, Slovenia,
Spain, Sweden, Switzerland and United Kingdom.
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Modification in title

In the title insert the words 'autoclaved aerated concrete' after 'aggregate concrete'.

1 Modification in clause 1

In line 2 after the words 'aggregate concrete' insert 'autoclaved aerated concrete'.

2 Modification in clause 2

Insert the following normative reference;

EN 771-4 Specification for masonry units - Part 4: Autoclaved aerated concrete masonry units.

3 Modification in clause 3

In the second paragraph insert the words 'autoclaved aerated concrete' after 'aggregate concrete'.

4 Modification in clause 4

In the description of the symbol cW,S insert the words 'autoclaved aerated concrete' after 'aggregate
concrete'.

5 Modification in clause 5.4

In line 1 Insert the words 'autoclaved aerated concrete' after 'aggregate concrete'. In line 2 delete the
words ' and autoclaved aerated concrete'.

6 Modification in clause 6.2

In line 2 insert the words 'autoclaved aerated concrete' after 'aggregate concrete'.

7 Modification in clause 7

In the second paragraph insert  the words 'autoclaved aerated concrete' after 'aggregate concrete'.

In the third paragraph insert 'EN 771-4' after 'prEN 771-3'.

8 Modification in clause 8.1

In the title of the clause insert the words 'autoclaved aerated concrete' after 'aggregate concrete' and
delete the letter 's' in 'stones' in the second line.

9 Modification in clause 9

In the first line insert the words 'autoclaved aerated concrete' after 'aggregate concrete'.

10 Modification in clause 10

In items c) and h) insert the words 'autoclaved aerated concrete' after 'aggregate concrete'. Re-name
h), i), and j) as g), h) and i).
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