
2003-01.Slovenski inštitut za standardizacijo. Razmnoževanje celote ali delov tega standarda ni dovoljeno.

Neporušitvene preiskave zvarnih spojev - Splošna pravila za kovinske materiale

Zerstörungsfreie Prüfung von Schweißverbindungen - Allgemeine Regeln für metallische 
Werkstoffe

Contrôle non destructif des assemblages soudés - Regles générales pour les matériaux 
métalliques

Non-destructive examination of welds - General rules for metallic materials

25.160.40 Varjeni spoji in vari Welded joints

ICS:

Ta slovenski standard je istoveten z: EN 12062:1997/A2:2003

SIST EN 12062:1998/A2:2004 en

01-junij-2004

SIST EN 12062:1998/A2:2004
SLOVENSKI  STANDARD

iTeh STANDARD PREVIEW
(standards.iteh.ai)

SIST EN 12062:1998/A2:2004
https://standards.iteh.ai/catalog/standards/sist/fec9d6ee-9440-4312-bc86-
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