
2003-01.Slovenski inštitut za standardizacijo. Razmnoževanje celote ali delov tega standarda ni dovoljeno.

Neporušitvene preiskave zvarov - Preiskava zvarov z magnetnimi delci

Zerstörungsfreie Prüfung von Schweißverbindungen - Magnetpulverprüfung von 
Schweißverbindungen

Contrôle non destructif des assemblages soudés - Contrôle par magnétoscopie des 
assemblages soudés

Non-destructive testing of welds - Magnetic particle testing of welds

25.160.40 Varjeni spoji in vari Welded joints

ICS:

Ta slovenski standard je istoveten z: EN 1290:1998/A2:2003

SIST EN 1290:1999/A2:2004 en

01-junij-2004

SIST EN 1290:1999/A2:2004
SLOVENSKI  STANDARD

iTeh STANDARD PREVIEW
(standards.iteh.ai)

SIST EN 1290:1999/A2:2004
https://standards.iteh.ai/catalog/standards/sist/39f1244a-94f9-47d2-9b3a-

1faf99a44419/sist-en-1290-1999-a2-2004
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