
2003-01.Slovenski inštitut za standardizacijo. Razmnoževanje celote ali delov tega standarda ni dovoljeno.

Varjenje in sorodni postopki - Priporočila za pripravo zvarnih robov - 3. del:
Varjenje aluminija in aluminijevih zlitin po postopkih MIG in MAG

Schweißen und verwandte Prozesse - Empfehlungen für Fugenformen - Teil 3: Metall-
Inertgasschweißen und Wolfram-Inertgasschweißen von Aluminium und Aluminium-
Legierungen

Soudage et techniques connexes - Recommendations pour la préparation de joints - 
Partie 3 : Soudage MIG et TIG de l'aluminium et de ses alliages

Welding and allied processes - Recommendations for joint preparation - Part 3: Metal 
inert gas welding and tungsten inert gas welding of aluminium and its alloys

77.120.10 Aluminij in aluminijeve zlitine Aluminium and aluminium 
alloys

25.160.40 Varjeni spoji in vari Welded joints

ICS:

Ta slovenski standard je istoveten z: EN ISO 9692-3:2001/A1:2003

SIST EN ISO 9692-3:2002/A1:2004 en

01-junij-2004

SIST EN ISO 9692-3:2002/A1:2004
SLOVENSKI  STANDARD

iTeh STANDARD PREVIEW
(standards.iteh.ai)

SIST EN ISO 9692-3:2002/A1:2004
https://standards.iteh.ai/catalog/standards/sist/0f5f222c-fdac-450e-bc64-

50656597159e/sist-en-iso-9692-3-2002-a1-2004
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