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English Version 

1 Modifications to ZA.2.1 

In ZA.2.1 of annex ZA replace the first sentence by the following: 

"The system of attestation of conformity for the admixtures for concrete indicated in Table ZA.1, in accordance 
with the decision of the Commission of 99/469/EC dated 17.07.99 and amended by 01/596/EC as given in 
Annex III of the Mandate M/128 "Products related to concrete, mortar and grout", is shown in Tables ZA.2 for 
the indicated intended use." 

Version française 

1 Modifications au ZA.2.1 

Remplacer la première phrase du ZA.2.1 de l’annexe ZA par le texte suivant : 

« Conformément à la Décision de la Commission 99/469/CE du 17 juillet 1999 (modifiée par la décision 
01/597/CE) mentionnée dans l’annexe III du mandat M/128 sur les « Produits relatifs au béton, mortier et 
coulis », le Tableau ZA.2 indique les systèmes d’attestation de conformité applicables aux adjuvants pour 
béton figurant dans le Tableau ZA.1 en fonction de leurs usages prévus ». 

Deutsche Fassung 

1 Änderung zu ZA.2.1 

Der ZA.2.1 des Anhangs ZA ist wie folgt zu ersetzen: 

"Das System der Konformitätsbescheinigung der in Tabelle ZA.1 aufgeführten Zusatzmittel für Mauermörtel 
wird in Übereinstimmung mit der Entscheidung der Kommision 99/469/EC vom 17.07.99 ergänzt – die in 
Anhang III des Mandats M128 "Produkte für die Verwendung in Beton, Mörtel und Einpressmörtel 
wiedergegeben wird – in Tabelle ZA.2 für die angegebenen Verwendungszwecke festgelegt. 
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