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Foreword 
 

This document (EN ISO 8501-1:2007) has been 
prepared by Technical Committee ISO/TC 35 "Paints 
and varnishes" in collaboration with Technical 
Committee CEN/TC 139 "Paints and varnishes", the 
secretariat of which is held by DIN. 
 
This European Standard shall be given the status of a 
national standard, either by publication of an identical 
text or by endorsement, at the latest by November 
2007, and conflicting national standards shall be 
withdrawn at the latest by November 2007. 
 
This document supersedes EN ISO 8501-1:2001 and 
EN ISO 8501-1:2001/Supplement. 
 
According to the CEN/CENELEC Internal 
Regulations, the national standards organizations of 
the following countries are bound to implement this 
European Standard: Austria, Belgium, Bulgaria, 
Cyprus, Czech Republic, Denmark, Estonia, Finland, 
France, Germany, Greece, Hungary, Iceland, Ireland, 
Italy, Latvia, Lithuania, Luxembourg, Malta, 
Netherlands, Norway, Poland, Portugal, Romania, 
Slovakia, Slovenia, Spain, Sweden, Switzerland and 
United Kingdom. 
 
 

Endorsement notice 
 

The text of ISO 8501-1:2007 has been approved by 
CEN as EN ISO 8501-1:2007 without any 
modifications. 
 
This second edition cancels and replaces the first 
edition (ISO 8501-1:1988). The main change is that 
the Informative Supplement ISO 8501-
1:1988/Suppl.1994 has been included as Annex A. 
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ISO 8501 consists of the following parts, under the 
general title Preparation of steel substrates before 
application of paints and related products — Visual 
assessment of surface cleanliness: 
 

—Part 1: Rust grades and preparation grades of 
uncoated steel substrates and of steel substrates 
after overall removal of previous coatings 

 

—Part 2: Preparation grades of previously coated 
steel substrates after localized removal of 
 previous coatings  
 

— Part 3: Preparation grades of welds, edges and 
other areas with surface imperfections 
 

— Part 4: Initial surface conditions, preparation 
grades and flash rust grades in connection with 
high-pressure water jetting 
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