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Methods of test for mortar for masonry - Part 3: Determination of consistence of fresh 
mortar (by flow table)

Metode preskuġanja zidarske malte - 3. del: Doloļevanje konsistence sveģe malte
(s stresalno mizo)

Méthodes d'essai des mortiers pour maçonnerie - Partie 3: Détermination de la 
consistance du mortier frais (avec une table a secousses)

Prüfverfahren für Mörtel für Mauerwerk - Teil 3: Bestimmung der Konsistenz von 
Frischmörtel (mit Ausbreittisch)
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This amendment A2 modifies the European Standard EN 1015-3:1999; it was approved by CEN on 26 October 2006.
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Foreword 

This document (EN 1015-3:1999/A2:2006) has been prepared by Technical Committee CEN/TC 125 "Masonry", 
the secretariat of which is held by BSI. 

This Amendment to the European Standard EN 1015-3:1999 shall be given the status of a national standard, either 
by publication of an identical text or by endorsement, at the latest by June 2007, and conflicting national standards 
shall be withdrawn at the latest by June 2007. 

According to the CEN/CENELEC Internal Regulations, the national standards organizations of the following 
countries are bound to implement this European Standard: Austria, Belgium, Cyprus, Czech Republic, Denmark, 
Estonia, Finland, France, Germany, Greece, Hungary, Iceland, Ireland, Italy, Latvia, Lithuania, Luxembourg, Malta, 
Netherlands, Norway, Poland, Portugal, Romania, Slovakia, Slovenia, Spain, Sweden, Switzerland and United 
Kingdom. 
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2 Normative references 
 
Delete the explanatory text "This European Standard incorporates . . . . referred to applies."  
 
and substitute "The following referenced documents are indispensable for the application of this document. For 
dated references, only the edition cited applies. For undated references, the latest edition of the referenced 
document (including any amendments) applies." 
 
Delete all occurrences of "pr" preceding EN references throughout the document. 
 
 
6 Procedure 
 
In the first sentence delete ", let dry and lightly lubricate the surfaces with very low viscosity non-resin mineral oil".  
 
and substitute "and let it dry." 
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