
2003-01.Slovenski inštitut za standardizacijo. Razmnoževanje celote ali delov tega standarda ni dovoljeno.

Vezan les - Klasifikacija po videzu površine - 2. del: Listavci

Sperrholz - Klassifizierung nach dem Aussehen der Oberfläche - Teil 2: Laubholz

Contreplaqué - Classification selon l'aspect des faces - Partie 2: Bois feuillus

Plywood - Classification by surface appearance - Part 2: Hardwood

79.060.10 Vezan les Plywood

ICS:

Ta slovenski standard je istoveten z: EN 635-2:1995

SIST EN 635-2:1996 en

01-marec-1996

SIST EN 635-2:1996
SLOVENSKI  STANDARD

iTeh STANDARD PREVIEW
(standards.iteh.ai)

SIST EN 635-2:1996
https://standards.iteh.ai/catalog/standards/sist/dc232b6b-84e4-44a7-ad57-

74290a782baf/sist-en-635-2-1996
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