
2003-01.Slovenski inštitut za standardizacijo. Razmnoževanje celote ali delov tega standarda ni dovoljeno.

Mehanska pritrdilna sredstva za sisteme iz mavļnih ploġļ - Definicije, zahteve in
preskusne metode

Mechanische Befestigunsmittel für Gipsplattensysteme - Begriffe, Anforderungen und 
Prüfverfahren

Fixations mécaniques pour systèmes en plaques de plâtre - Définitions, spécifications et 
méthodes d'essai

Mechanical fasteners for gypsum plasterboard systems - Definitions, requirements and 
test methods

91.100.10 Cement. Mavec. Apno. Malta Cement. Gypsum. Lime. 
Mortar

21.060.99 Drugi vezni elementi Other fasteners

ICS:

Ta slovenski standard je istoveten z: EN 14566:2008/prA1

SIST EN 14566:2008/kprA1:2009 en,fr,de

01-april-2009

SIST EN 14566:2008/kprA1:2009
SLOVENSKI  STANDARD



 

SIST EN 14566:2008/kprA1:2009



EUROPEAN STANDARD

NORME EUROPÉENNE

EUROPÄISCHE NORM

FINAL DRAFT
EN 14566:2008

prA1
February 2009

ICS 21.060.99; 91.100.10  

English Version

Mechanical fasteners for gypsum plasterboard systems -
Definitions, requirements and test methods

Fixations mécaniques pour systèmes en plaques de plâtre -
Définitions, spécifications et méthodes d'essai

Mechanische Befestigunsmittel für Gipsplattensysteme -
Begriffe, Anforderungen und Prüfverfahren

This draft amendment is submitted to CEN members for unique acceptance procedure. It has been drawn up by the Technical Committee
CEN/TC 241.

This draft amendment A1, if approved, will modify the European Standard EN 14566:2008. If this draft becomes an amendment, CEN
members are bound to comply with the CEN/CENELEC Internal Regulations which stipulate the conditions for inclusion of this amendment
into the relevant national standard without any alteration.

This draft amendment was established by CEN in three official versions (English, French, German). A version in any other language made
by translation under the responsibility of a CEN member into its own language and notified to the CEN Management Centre has the same
status as the official versions.

CEN members are the national standards bodies of Austria, Belgium, Bulgaria, Cyprus, Czech Republic, Denmark, Estonia, Finland,
France, Germany, Greece, Hungary, Iceland, Ireland, Italy, Latvia, Lithuania, Luxembourg, Malta, Netherlands, Norway, Poland, Portugal,
Romania, Slovakia, Slovenia, Spain, Sweden, Switzerland and United Kingdom.

Warning : This document is not a European Standard. It is distributed for review and comments. It is subject to change without notice and
shall not be referred to as a European Standard.

EUROPEAN COMMITTEE FOR STANDARDIZATION
C O M I T É  E U R O P É E N  D E  N O R M A LI S A T I O N
EUR OP ÄIS C HES  KOM ITEE FÜR  NOR M UNG

Management Centre: rue de Stassart, 36    B-1050 Brussels

© 2009 CEN All rights of exploitation in any form and by any means reserved
worldwide for CEN national Members.

Ref. No. EN 14566:2008/prA1:2009: E

SIST EN 14566:2008/kprA1:2009



EN 14566:2008/prA1:2009 (E) 

2 

Contents Page 

Foreword ..............................................................................................................................................................3

1 Modification to Clause 2, Normative references ................................................................................4

2 Modification to Clause 3, Terms and definitions ................................................................................4

3 Modification to 4.4.3.1, Materials and manufacture ...........................................................................4

4 Modification to Annex ZA, Clauses of this European Standard addressing the provisions 
of the EU Construction Products Directive .........................................................................................4

5 Modification to the Bibliography ..........................................................................................................4
 

SIST EN 14566:2008/kprA1:2009



EN 14566:2008/prA1:2009 (E) 

3 

Foreword 

This document (EN 14566:2008/prA1:2009) has been prepared by Technical Committee CEN/TC 241 
“Gypsum and gypsum based products”, the secretariat of which is held by AFNOR. 
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1 Modification to Clause 2, Normative references 

Delete the references EN ISO 7049 and EN ISO 7050. 

Add: 

"EN 10083:2006, Steels for quenching and tempering 

EN 10084:1998, Case hardening steels — Technical delivery conditions". 

2 Modification to Clause 3, Terms and definitions 

Add the following sub-clause heading: " 

3.1 General terms". 

Replace the numbering of terms "3.1" to "3.7" with "3.1.1" to "3.1.7". 

Add the following new sub-clause: " 

3.2 Symbols and abbreviations 

For the purpose of simplification in product marking and performance information characteristics may be 
identified through the symbols and abbreviations given in Table 1. 

Table 1 — Symbols and abbreviations 

Requirement Sub-clause Symbol or abbreviation 

Reaction to fire 4.1 R2F 

Flexural strength 4.2 F 

" and update the table numbering throughout the document. 

3 Modification to 4.4.3.1, Materials and manufacture 

Replace "EN ISO 7049 or EN ISO 7050" with "EN 10083 or EN 10084". 

4 Modification to Annex ZA, Clauses of this European Standard addressing the 
provisions of the EU Construction Products Directive 

Replace the web address in NOTE 2 of ZA.1 with: " 

http://ec.europa.eu/enterprise/construction/internal/dangsub/dangmain_en.htm  

". 

5 Modification to the Bibliography 

Replace "prEN 15283-1" with "EN 15283-1" and "prEN 15283-2" with "EN 15283-2". 
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