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Polimerni materiali - Profili iz nemehļanega polivinilklorida (PVC-U) za uporabo v
gradbeniġtvu - 2. del: Profili PVC-U in PVC-UE za notranje in zunanje obloge zidov
in stropov

Kunststoffe - Profile aus weichmacherfreiem Polyvinylchlorid (PVC-U) für die Anwendung 
im Bauwesen - Teil 2: Profile aus PVC-U und Profile aus PVC-UE für Wand- und 
Deckenbekleidungen für Innen- und Außenanwendungen

Plastiques - Profilés en poly(chlorure de vinyle) non plastifié (PVC-U) pour applications 
dans le bâtiment - Partie 2: Profilés en PVC-U et profilés en PVC-UE pour finitions des 
murs et plafonds intérieurs et extérieurs

Plastics - Unplasticized poly(vinyl chloride) (PVC-U) profiles for building applications - 
Part 2: PVC-U profiles and PVC-UE profiles for internal and external wall and ceiling 
finishes
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 Plastics - Unplasticized poly(vinyl chloride) (PVC-U) profiles for building 
applications - Part 2: PVC-U profiles and PVC-UE profiles for internal and 

external wall and ceiling finishes 

 

Plastiques - Profilés en poly(chlorure de 
vinyle) non plastifié (PVC-U) pour 

applications dans le bâtiment - Partie 2: 
Profilés en PVC-U et profilés en PVC-UE 

pour finitions des murs et plafonds 
intérieurs et extérieurs 

 Kunststoffe - Profile aus 
weichmacherfreiem Polyvinylchlorid (PVC-
U) für die Anwendung im Bauwesen - Teil 
2: Profile aus PVC-U und Profile aus PVC-
UE für Wand- und Deckenbekleidungen für 

Innen- und Außenanwendungen 

This corrigendum becomes effective on 25 November 2009 for incorporation in the three official 
language versions of the EN. 
 
Ce corrigendum prendra effet le 25 novembre 2009 pour incorporation dans les trois versions 
linguistiques officielles de la EN. 
 
Die Berichtigung tritt am 25.November 2009 zur Einarbeitung in die drei offiziellen Sprachfassungen 
der EN in Kraft. 
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1 Modifications to ZA.3, CE marking and labelling 

Delete the title "ZA.3.1 CE marking accompany the product". 

Replace the title "ZA.3.1.1 General" with "ZA.3.1 General". 

Replace the title "ZA.3.1.2 Minimum CE marking" with "ZA.3.2 Minimum CE marking". 

Replace the title "ZA.3.1.3 Complete CE marking" with "ZA.3.3 Complete CE marking". 

Delete sub-clause ZA.3.2 CE marking in the case of the reference to a manufacturer’s web site. 

Update all cross references accordingly. 
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