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Foreword

This document EN 1712:1997/A1:2002 has been prepared by Technical Committee CEN/TC 121 "Welding", the
secretariat of which is held by DS.

This Amendment to the European Standard EN 1712:1997 shall be given the status of a national standard, either
by publication of an identical text or by endorsement, at the latest by November 2002, and conflicting national
standards shall be withdrawn at the latest by November 2002.

This document has been prepared under a mandate given to CEN by the European Commission and the European
Free Trade Association, and supports essential requirements of EU Directive(s).

For relationship with EU Directive(s), see informative annexes ZA, which is an integral part of this document.

According to the CEN/CENELEC Internal Regulations, the national standards organizations of the following
countries are bound to implement this European Standard: Austria, Belgium, Czech Republic, Denmark, Finland,
France, Germany, Greece, Iceland, Ireland, Italy, Luxembourg, Malta, Netherlands, Norway, Portugal, Spain,
Sweden, Switzerland and the United Kingdom.

SIST EN 1712:1999/A1:2003

iTeh STANDARD PREVIEW
(standards.iteh.ai)

SIST EN 1712:1999/A1:2003
https://standards.iteh.ai/catalog/standards/sist/c6072c96-0e14-4883-ba9a-

a283012777d1/sist-en-1712-1999-a1-2003



EN 1712:1997/A1:2002 (E)

4

General

As agreed by CEN/TC 121/SC 5 resolution 134/2000, the term “examination” shall be replaced by “testing".

1 Scope

The 1st paragraph shall read now:

“This European Standard specifies ultrasonic acceptance levels, 2 and 3, for full penetration welded joints in ferritic
steels, which correspond to the quality levels B and C of EN 25817. Other acceptance levels can be used by
specification.”.

The 3rd paragraph shall read now:

“These acceptance levels are applicable to testing carried out in accordance with the standards referred to in
EN 12062.”.

3.5 Recording level

In the French version only, read the third main dash as follows:

“Niveau de notation pour le contrôle en configuration tandem:”

4.1 General

The 1st paragraph shall read now:

“The acceptance levels shall be related to the testing techniques (testing levels) as defined in EN 1714. Accep-
tance level 2 will normally require at least testing level B, and for acceptance level 3 at least testing level A. Any
other relationship between acceptance levels and testing levels shall be defined by specification.”.

The 1st sentence of the 4th paragraph shall read now:

“Evaluation of indications may include discrimination between different discontinuity types if defined in a
specification.”

The 5th paragraph shall read now:

“For welds subject to fatigue loading, near surface acceptance levels may be defined in a specification.”

4.4 Indications detected by the tandem technique

The 2nd paragraph shall read now:

“The acceptability of indications detected by the tandem technique is to be defined by specification.”.
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Annex ZA
(informative)

Clauses of this European Standard addressing essential requirements or
other provisions of EU directives

This European Standard has been prepared under a mandate given to CEN by the European Commission and the
European Free Trade Association and supports essential requirements of EU 97/23/EC of the European
Parliament and the Council of 29 May 1997 on the approximation of the laws of the Member States concerning
pressure equipment.

WARNING Other requirements and other EU Directives may be applicable to the product(s) falling within
the scope of this standard.

The following clauses of this standard as detailed in Tables ZA.1 and ZA.2, are likely to support requirements of the
Directives 97/23/EC, and 87/404/EEC.

Compliance with these clauses of this standard provides one with means of conforming to the specific essential
requirements of the Directives concerned and associated EFTA regulations.

Table ZA.1 - Correspondence between this European Standard and Directive 97/23/EC

Clauses/sub-clauses of this
European Standard

Essential requirements of
Directive 97/23/EC

Qualifying remarks/notes

All Annex I, § 3.1.2 Non-destructive tests

Table ZA.2 - Correspondence between this European Standard and Directive 87/404/EEC

Clauses/sub-clauses of this
European Standard

Essential requirements of
Directive 87/404/EEC

Qualifying remarks/notes

All Annex I, § 3.2 Welds on pressurized parts
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