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Foreword

This document EN 1713:1998/A1:2002 has been prepared by Technical Committee CEN/TC 121 "Welding", the
secretariat of which is held by DS.

This Amendment to the European Standard EN 1713:1998 shall be given the status of a national standard, either
by publication of an identical text or by endorsement, at the latest by November 2002, and conflicting national
standards shall be withdrawn at the latest by November 2002.

This document has been prepared under a mandate given to CEN by the European Commission and the European
Free Trade Association, and supports essential requirements of EU Directive(s).

For relationship with EU Directive(s), see informative annex ZA, which is an integral part of this document.

Annex A is normative.

According to the CEN/CENELEC Internal Regulations, the national standards organizations of the following
countries are bound to implement this European Standard: Austria, Belgium, Czech Republic, Denmark, Finland,
France, Germany, Greece, Iceland, Ireland, Italy, Luxembourg, Malta, Netherlands, Norway, Portugal, Spain,
Sweden, Switzerland and the United Kingdom.
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General

As agreed by CEN/TC 121/SC 5 resolution 134/2000, the term “examination” shall be replaced by “testing".
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Introduction

The last paragraph shall read now:

“Such classification shall only be carried out, in accordance with EN 1712, if defined by specification.”.

In the French version only, replace "hauteur l’écho" by "hauteur  d’écho".

In the French version only, the third paragraph, delete "devrait être appliqué".

3.1 General

In the French version only, in the fourth paragraph, replace "courbure" by "courbe".

3.3.1 Low amplitudes (stage 1)

The 2nd paragraph shall read now:

“For special applications this value S1 may be lowered if defined by specification.”.

3.4 Directional reflectivity criteria (stage 3)

The 1st sentence of the 1st paragraph shall read now:

“This stage of the flowchart procedure shall be applicable either to all indications or, if defined in a specification,
only to those indications exceeding a specified length.”

In the French version only, in 3.4 a), replace "entre les différents sondage effectués" by "des différents angles
d’incidence".

In the French version only, in 3.4 b), delete "des traducteurs".

In the French version only, in 3.4 d), replace "du même réflecteur" by "des mêmes réflecteurs".

3.5 Echostatic pattern (stage 4)

In the English version only, final paragraph, replace "diametre" by "diameter".

3.6 Echodynamic pattern criteria (stage 5)

In the French version only, second paragraph, delete "traducteur".

In the German version only, last paragraph, replace "voluminös" by "flächig".
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3.7 Complementary testing

In the French version only, delete "(focalisés, …)".
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Annex A 
(normative)

Classification of internal indications in welds - Flowchart procedure

In the French version only, in the stage 4 of Figure A.1, delete "statistique".

In the German version only, in the last block of Figure A.1, replace "voluminöse" by "volumenhafte".

In the German version only, after Table A.1, in 3), replace "Bereich des Reflektors" by "Ort der Anzeige".

In the French version only, after Table A.1, in 3), delete "sont" and read "Les incidences de contrôle utilisées
doivent être séparées d'au moins 10°.".

In the French version only, after Table A.1, in 4) and 5), replace "and" by "et".

In the German version only, after Table A.1, in 5) replace "voluminös" by "volumenhaft".
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