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Foreword 

This document (EN ISO 17556:2012) has been prepared by Technical Committee ISO/TC 61 “Plastics” in 
collaboration with Technical Committee CEN/TC 249 “Plastics” the secretariat of which is held by NBN. 

This European Standard shall be given the status of a national standard, either by publication of an identical 
text or by endorsement, at the latest by February 2013, and conflicting national standards shall be withdrawn 
at the latest by February 2013. 

Attention is drawn to the possibility that some of the elements of this document may be the subject of patent 
rights. CEN [and/or CENELEC] shall not be held responsible for identifying any or all such patent rights. 

This document supersedes EN ISO 17556:2004. 

According to the CEN/CENELEC Internal Regulations, the national standards organizations of the following 
countries are bound to implement this European Standard: Austria, Belgium, Bulgaria, Croatia, Cyprus, Czech 
Republic, Denmark, Estonia, Finland, Former Yugoslav Republic of Macedonia, France, Germany, Greece, 
Hungary, Iceland, Ireland, Italy, Latvia, Lithuania, Luxembourg, Malta, Netherlands, Norway, Poland, Portugal, 
Romania, Slovakia, Slovenia, Spain, Sweden, Switzerland, Turkey and the United Kingdom. 

Endorsement notice 

The text of ISO 17556:2012 has been approved by CEN as a EN ISO 17556:2012 without any modification. 
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Foreword

ISO (the International Organization for Standardization) is a worldwide federation of national standards bodies 
(ISO member bodies). The work of preparing International Standards is normally carried out through ISO 
technical committees. Each member body interested in a subject for which a technical committee has been 
established has the right to be represented on that committee. International organizations, governmental and 
non-governmental, in liaison with ISO, also take part in the work. ISO collaborates closely with the International 
Electrotechnical Commission (IEC) on all matters of electrotechnical standardization.

International Standards are drafted in accordance with the rules given in the ISO/IEC Directives, Part 2.

The main task of technical committees is to prepare International Standards. Draft International Standards 
adopted by the technical committees are circulated to the member bodies for voting. Publication as an 
International Standard requires approval by at least 75 % of the member bodies casting a vote.

Attention is drawn to the possibility that some of the elements of this document may be the subject of patent 
rights. ISO shall not be held responsible for identifying any or all such patent rights.

ISO 17556 was prepared by Technical Committee ISO/TC 61, Plastics, Subcommittee SC 5, Physical-
chemical properties.

This second edition cancels and replaces the first edition (ISO 17556:2003), which has been technically revised. 
The main changes are as follows:

a) the introduction has been revised;

b) a definition of the term “total organic carbon” has been added (see 3.14);

c) the temperature of the test environment has been changed (see Clause 5);

d) the specifications for the analytical instrument for determining the amount of carbon dioxide evolved have 
been revised (see 7.2.3);

e) Subclause 8.1 describing the preparation of the test material has been revised;

f) Subclause 8.3.1 describing the collection and sieving of soil has been revised;

g) the use of a standard soil is now permitted as an alternative to natural soil (see 8.3.2);

h) Subclause 8.4 describing the start-up and execution of the test has been revised;

i) the test report has been extended (see Clause 11);

j) a new annex (Annex F) giving examples of long-term tests has been added;

k) a new annex (Annex G) giving the results of round-robin testing has been added.

iv © ISO 2012 – All rights reserved

SIST EN ISO 17556:2012

iTeh STANDARD PREVIEW
(standards.iteh.ai)

SIST EN ISO 17556:2012
https://standards.iteh.ai/catalog/standards/sist/bf3027c6-8cc9-45a7-ad35-

2f377495f720/sist-en-iso-17556-2012



 

ISO 17556:2012(E)

Introduction

A number of plastic materials and products have been designed for applications ending up in or on soil. They 
have been developed for applications where biodegradation is beneficial from a technical, environmental, social 
or economic standpoint. Examples can be found in agriculture (e.g. mulching film), horticulture (e.g. twines and 
clips, flower pots, pins), funeral items (e.g. body bags), recreation (e.g. plastic “clay” pigeons for shooting, 
hunting cartridges), etc. In many cases, recovery and/or recycling of these plastic items is either difficult or not 
economically viable. Various types of biodegradable plastics have been developed which have been designed 
to biodegrade and disappear in situ at the end of their useful life. Several International Standards specify test 
methods for determining the ultimate aerobic or anaerobic biodegradation of plastic materials in aqueous or 
compost conditions. Considering the use and disposal of biodegradable plastics, it is important to establish a 
test method to determine the ultimate aerobic biodegradation of such plastic materials in soil.
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