
Designation: D7022 – 04

Standard Terminology Relating to
Apparel1

This standard is issued under the fixed designation D7022; the number immediately following the designation indicates the year of
original adoption or, in the case of revision, the year of last revision. A number in parentheses indicates the year of last reapproval. A
superscript epsilon (´) indicates an editorial change since the last revision or reapproval.

1. Scope

1.1 This standard is the compilation of all terminology
developed by Subcommittee D13.61 on Apparel.

1.2 This terminology is unique to the Apparel industry.
Meanings of the same terms used outside the industry can be
found in other compilations or in dictionaries of general usage.

1.3 In addition to being a specialized dictionary, D7022 is
also useful for managing the Subcommittee’s terminology.

1.4 Terms listed are under the jurisdiction of Subcommittee
D13.61.

1.5 For definitions of other textile terms see Terminology
D123.

2. Referenced Documents

2.1 ASTM Standards:2

D3135 Specification for Performance of Bonded, Fused,
and Laminated Apparel Fabrics

D3477 Performance Specification for Men’s and Boys’
Woven Dress Shirt Fabrics3

D3562 Performance Specification for Woven Drycleanable
Coat Fabrics

D3655 Performance Specification for Men’s and Women’s
Sliver Knitted Overcoat and Jacket Fabrics

D3779 Performance Specification for Women’s and Girls’
Woven Rainwear and All-Purpose, Water-Repellent Coat
Fabrics3

D3780 Performance Specification for Men’s and Boys’
Woven Dress Suit Fabrics and Woven Sportswear Jacket,
Slack, and Trouser Fabrics

D3781 Performance Specification for Men’s and Boys’
Knitted Rainwear and All-Purpose, Water-Repellent Coat
Fabrics3

D3782 Performance Specification for Men’s and Boys’

Knitted Dress Suit Fabrics and Knitted Sportswear Jacket,
Slack, and Trouser Fabrics

D3783 Performance Specification for Woven Flat Lining
Fabrics for Men’s and Boys’ Apparel

D3784 Performance Specification for Men’s and Boys’
Woven Bathrobe and Dressing Gown Fabrics3

D3785 Performance Specification for Woven Necktie and
Scarf Fabrics

D3819 Performance Specification for Men’s and Boys’
Woven Pajama Fabrics3

D3820 Performance Specification for Men’s and Boys’
Woven Underwear Fabrics3

D3887 Specification for Tolerances for Knitted Fabrics
D3994 Performance Specification for Woven Swimwear

Fabrics
D3995 Performance Specification for Men’s and Women’s

Knitted Career Apparel Fabrics: Dress and Vocational
D3996 Performance Specification for Knit Swimwear Fab-

rics
D4035 Performance Specification for Knitted Necktie and

Scarf Fabrics
D4038 Performance Specification for Women’s and Girls’

Woven Dress and Blouse Fabrics3

D4109 Performance Specification for Men’s and Boys’
Woven Coverall, Dungaree, Overall, and Shop-Coat Fab-
rics

D4115 Performance Specification for Women’s and Girls’
Knitted and Woven Dress Glove Fabrics

D4117 Performance Specification for Women’s and Girls’
Woven Robe, Negligee, Nightgown, Pajama, Slip, and
Lingerie Fabrics3

D4118 Performance Specification for Women’s Woven
Coverall, Dungaree, Overall, and Shop Coat Fabrics

D4119 Performance Specification for Men’s and Boys’
Knitted Dress Shirt Fabrics

D4154 Performance Specification for Men’s and Boys’
Knitted and Woven Beachwear and Sports Shirt Fabrics

D4156 Performance Specification for Women’s and Girls’
Knitted Sportswear Fabrics

D4231 Practice for Evaluation of Launderable Woven Dress
Shirts and Sports Shirts

1 This terminology is under the jurisdiction of ASTM Committee D13 on Textiles
and is the direct responsibility of Subcommittee D13.61 on Apparel.

Current edition approved June 1, 2004. Published July 2004. DOI: 10.1520/
D7022-04.

2 For referenced ASTM standards, visit the ASTM website, www.astm.org, or
contact ASTM Customer Service at service@astm.org. For Annual Book of ASTM
Standards volume information, refer to the standard’s Document Summary page on
the ASTM website.

3 Withdrawn. The last approved version of this historical standard is referenced
on www.astm.org.
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