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Foreword 

This document (FprEN 10305-2:2015) has been prepared by Technical Committee ECISS/TC 110 “Steel 
tubes and iron and steel fittings”, the secretariat of which is held by UNI. 

This document is currently submitted to the Unique Acceptance Procedure. 

This document will supersede EN 10305-2:2010. 

EN 10305, Steel tubes for precision applications — Technical delivery conditions, consists of the following 
parts: 

— Part 1: Seamless cold drawn tubes 

— Part 2: Welded cold drawn tubes 

— Part 3: Welded cold sized tubes 

— Part 4: Seamless cold drawn tubes for hydraulic and pneumatic power systems 

— Part 5: Welded cold sized square and rectangular tubes 

— Part 6: Welded cold drawn tubes for hydraulic and pneumatic power systems 
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