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Materiali za označevanje vozišča - Materiali za posipanje - Steklene kroglice, posipi
za zmanjšanje drsnosti in mešanice obeh

Straßenmarkierungsmaterialien - Nachstreumittel - Markierungs-Glasperlen, 
Griffigkeitsmittel und Nachstreugemische

Produits de marquage routier - Produits de saupoudrage - Microbilles de verre, granulats 
antidérapants et mélange de ces deux composants

Road marking materials - Drop on materials - Glass beads, antiskid aggregates and 
mixtures of the two

93.080.20 Materiali za gradnjo cest Road construction materials

ICS:

Ta slovenski standard je istoveten z: EN 1423:2012/AC:2013

SIST EN 1423:2012/AC:2013 en,fr,de

01-maj-2013

SIST EN 1423:2012/AC:2013
SLOVENSKI  STANDARD

iTeh STANDARD PREVIEW
(standards.iteh.ai)

SIST EN 1423:2012/AC:2013
https://standards.iteh.ai/catalog/standards/sist/331ac117-789a-4ef9-926f-

3dfcf52c0610/sist-en-1423-2012-ac-2013



 

SIST EN 1423:2012/AC:2013

iTeh STANDARD PREVIEW
(standards.iteh.ai)

SIST EN 1423:2012/AC:2013
https://standards.iteh.ai/catalog/standards/sist/331ac117-789a-4ef9-926f-

3dfcf52c0610/sist-en-1423-2012-ac-2013



 

 

 

 

 
EUROPEAN STANDARD 

NORME EUROPÉENNE 

EUROPÄISCHE NORM 

  
 EN 1423:2012/AC 
 

 February 2013 
 Février 2013 
 Februar 2013 

ICS 93.080.20 

English version 
Version Française 
Deutsche Fassung 

 Road marking materials - Drop on materials - Glass beads, antiskid 
aggregates and mixtures of the two 

 

Produits de marquage routier - Produits de 
saupoudrage - Microbilles de verre, 

granulats antidérapants et mélange de ces 
deux composants 

 Straßenmarkierungsmaterialien - 
Nachstreumittel - Markierungs-Glasperlen, 
Griffigkeitsmittel und Nachstreugemische 

This corrigendum becomes effective on 20 February 2013 for incorporation in the three official 
language versions of the EN. 
 
Ce corrigendum prendra effet le 20 février 2013 pour incorporation dans les trois versions 
linguistiques officielles de la EN. 
 
Die Berichtigung tritt am 20. Februar 2013 zur Einarbeitung in die drei offiziellen Sprachfassungen der 
EN in Kraft. 
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EN 1423:2012/AC:2013 (E) 

2 

1 Modification to 4.1.3, Granulometry 

In the 3rd paragraph, in the 1st and 2nd dashes, replace "antiskid aggregates" with "beads". 

2 Modification to 4.2.2, Granulometry 

In third paragraph, in the 5th dash, replace "beads" with "antiskid aggregates". 

3 Modification to 4.3.3, Granulometry 

Replace the title of the Table 10 with the following: “Table 10 – Example 5: 710-150 microns”. 

Replace the title of the Table 11 with the following: “Table 11 – Example 6: 1 000-150 microns”. 
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