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Foreword 

This document (EN 772-1:2011/FprA1:2014) has been prepared by Technical Committee CEN/TC 125 
“Masonry”, the secretariat of which is held by BSI. 

This document is currently submitted to the Unique Acceptance Procedure. 
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1 Modification to Table B.1 

 In Table B.1, replace "7.3.4 with 7.3.3.b) or 7.3.4" to read: 

" 

Table B.1 — Surface preparation and conditioning of units 

Masonry unit type Product specifications Surface preparation Conditioning masonry 
Clay  EN 771-1  7.2.4  7.3.2 
Calcium silicate  EN 771-2 7.2.4  7.3.3 a) 

Aggregate concrete  EN 771-3 

Units h < 100 mm  
7.2.4 7.3.2 a) 
Units h ≥ 100 mm or 7.3.5 
7.2.4 or 7.2.5  

Autoclaved aerated 
concrete  

EN 771-4  7.2.4  7.3.3.b) or 7.3.4 

Manufactured stone  EN 771-5  7.2.4 or 7.2.5  7.3.2 a) or 7.3.5 
Natural stone  EN 771-6  7.2.4  7.3.2 a) 

". 
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