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Textiles — Preparation, marking and measuring of fabric 
specimens and garments in tests for determination of 
dimensional change 

TECHNICAL CORRIGENDUM 2 

Textiles — Préparation, marquage et mesurage des éprouvettes d'étoffe et des vêtements dans les essais de 
détermination de la variation des dimensions 

RECTIFICATIF TECHNIQUE 2 

Technical Corrigendum 2 to ISO 3759 was prepared by Technical Committee ISO/TC 38, Textiles, 
Subcommittee SC 2, Cleansing, finishing and water resistance tests. 

                               

Page 1, Clause 2: 

Correct the date of publication of the cited reference by replacing “ISO 139:1973” by “ISO 139:—1)” and adding 
the footnote at the bottom of the page: “1)To be published. Revision of ISO 139:1973”. 

Page 2, Figure 1: 

Replace Figure 1 by the following figure: 
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Dimensions in millimetres 

 

Figure 1 — Marking of fabric specimens 
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