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Foreword 

ISO (the International Organization for Standardization) is a worldwide federation of national standards bodies 
(ISO member bodies). The work of preparing International Standards is normally carried out through ISO 
technical committees. Each member body interested in a subject for which a technical committee has been 
established has the right to be represented on that committee. International organizations, governmental and 
non-governmental, in liaison with ISO, also take part in the work. ISO collaborates closely with the 
International Electrotechnical Commission (IEC) on all matters of electrotechnical standardization. 

International Standards are drafted in accordance with the rules given in the ISO/IEC Directives, Part 2. 

The main task of technical committees is to prepare International Standards. Draft International Standards 
adopted by the technical committees are circulated to the member bodies for voting. Publication as an 
International Standard requires approval by at least 75 % of the member bodies casting a vote. 

Attention is drawn to the possibility that some of the elements of this document may be the subject of patent 
rights. ISO shall not be held responsible for identifying any or all such patent rights. 

Amendment 1 to ISO 11752:2000 was prepared by Technical Committee ISO/TC 45, Rubber and rubber 
products, Subcommittee SC 4, Products (other than hoses). 
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Flexible cellular polymeric materials — Moulded and extruded 
sponge or expanded cellular rubber products — 
Compressibility test on finished parts 

AMENDMENT 1 

Page 1, Clause 2 

Update the normative references as follows: 

Delete ISO 471 (has been replaced by ISO 23529). 

Delete the year of publication of ISO 1923. 

Replace ISO 5893:1993 by ISO 5893:2002, Rubber and plastics test equipment — Tensile, flexural and 
compression types (constant rate of traverse) — Specification. 

Add at the end of the clause: ISO 7500-1:2004, Metallic materials — Verification of static uniaxial testing 
machines — Part 1: Tension/compression testing machines — Verification and calibration of the force-
measuring system. 

Following this, add: ISO 23529, Rubber — General procedures for preparing and conditioning test pieces 
for physical test methods. 

 

Page 1, Subclause 4.1 

Replace 

“grade A and grade A1 of ISO 5893:1993” 

by 

“class 0,5 or 1 of ISO 7500-1:2004 for force measurement and class A of ISO 5893:2002 for deflection 
measurement”. 

Delete: “The limits of error shall be 0,1 mm for the compression and 2 % for the test force.” 

 

Page 2, Clause 6 

Replace “ISO 471” by “ISO 23529”. 

 

iTeh STANDARD PREVIEW
(standards.iteh.ai)

ISO 11752:2000/Amd 1:2006
https://standards.iteh.ai/catalog/standards/sist/6be2ea64-fc15-4015-b30c-

31c5c4f7483e/iso-11752-2000-amd-1-2006



ISO 11752:2000/Amd.1:2006(E) 

ICS  83.100 
Price based on 1 page 

© ISO 2006 – All rights reserved 
 

 

iTeh STANDARD PREVIEW
(standards.iteh.ai)

ISO 11752:2000/Amd 1:2006
https://standards.iteh.ai/catalog/standards/sist/6be2ea64-fc15-4015-b30c-

31c5c4f7483e/iso-11752-2000-amd-1-2006


	³�Ê…f‘Ëõê%èS'(¦ùÒ\⁄±˝”áSfàe…lŒô§ÃäÍÓ›B��í7”¬s
˛”4Ž��
QnO§Ô�*Iﬁ}#¹2	:fz"€ÿ$üNør";?DÒ�4ï@?²-˝Rﬁ�TæÀñÒc4ókÝ£x�

