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INTERNATIONAL ELECTROTECHNICAL COMMISSION

SPECIFICATION FOR LAMINATED PRESSBOARD

Part 3: Specifications for individual materials

Sheet 1: Specifications for laminated precompressed board
Types LB 3.1.1, 3.1.2, 3.3.1 and 3.3.2

FOREWORD

1) The formal decisions or agreements of the IEC on technical matters, prepared by Technical Committees on
which all the National Committees having a special interest therein are represented, express, as nearly as
possible, an international consensus of opinion on the subjects dealt with.

2) They have the form of recommendations for international use and they are accepted by the National
Committees in that sense.

3) In order to promote international unification, the IEC expresses the wish that all National Committees
should adopt the text of the IEC recommendation for their national rules in so far as national conditions will
permit. Any divergence between the IEC recommendation and the corresponding national rules should, as
far as possible, be clearly indicated in the latter.

This sheet of International Standard IEC 763-3 has been prepared by Sub-
Committee 15C: Specifications, of IEC Technical Committee No. 15: Insulating materials.

The text of this sheet is based on the following documents:

DIS Report on Voting  

15C(CO)271 15C(CO)288

Full information on the voting for the approval of this part can be found in the Voting
Repo rt indicated in the above table.
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INTRODUCTION

This International Standard is one of a series which deals with laminated pressboard as
defined in IEC 763-1.

This serie consists of three pa rts:

Pa rt 1: Definitions, classification and general requirements (IEC 763-1).

Pa rt 2: Methods of test (IEC 763-2).

Pa rt 3: Specifications for individual materials (IEC 763-3).

This standard contains one of the sheets comprising pa rt 3, as follow:

Sheet 1: Specifications for laminated precompressed board. Types LB 3.1.1, 3.1.2, 3.3.1
and 3.3.2.
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