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This document (EN ISO 11125-1:2018) has been prepared by Technical Committee ISO/TC 35 "Paints
and varnishes" in collaboration with Technical Committee CEN/TC 139 “Paints and varnishes” the
secretariat of which is held by DIN.

This European Standard shall be given the status of a national standard, either by publication of an
identical text or by endorsement, at the latest by April 2019, and conflicting national standards shall be
withdrawn at the latest by April 2019.

Attention is drawn to the possibility that some of the elements of this document may be the subject of
patent rights. CEN shall not be held responsible for identifying any or all such patent rights.

This document supersedes EN ISO 11125-1:1997.

According to the CEN-CENELEC Internal Regulations, the national standards organizations of the
following countries are bound to implement this European Standard: Austria, Belgium, Bulgaria,
Croatia, Cyprus, Czech Republic, Denmark, Estonia, Finland, Former Yugoslav Republic of Macedonia,
France, Germany, Greece, Hungary, Iceland, Ireland, Italy, Latvia, Lithuania, Luxembourg, Malta,
Netherlands, Norway, Poland, Portugal, Romania, Serbia, Slovakia, Slovenia, Spain, Sweden, Switzerland,
Turkey and the United Kingdom.

Endorsement.notice

The text of ISO 11125-1:2018 has_been approved by CEN as ENISO 11125-1:2018 without any
modification.



SIST EN ISO 11125-1:2018

iTeh STANDARD PREVIEW
(standards.iteh.ai)

SISTENISO 11125-12018
httpsy//standards.iteh.ai/catalog/standards/sist/ 1 d7b072c-aeac-4fc1-a8a0-
882bb252fcH1fsist-en-iso-11125-1-2018



INTERNATIONAL ISO
STANDARD 11125-1

Second edition
2018-09

Preparation of steel substrates before
application of paints and related
products — Test methods for metallic
blast-cleaning abrasives —

Part 1:
Sampling
Préparation-des Subjectiles:d'acier avant application de peintures et

de produits assimiles — Methodes d'essai pour abrasifs métalliques
destinés a la préparation par projection —

Partie 1: Echantillonnage

Reference number
1SO 11125-1:2018(E)

©1S0 2018



ISO 11125-1:2018(E)

COPYRIGHT PROTECTED DOCUMENT

© 1S0 2018

All rights reserved. Unless otherwise specified, or required in the context of its implementation, no part of this publication may
be reproduced or utilized otherwise in any form or by any means, electronic or mechanical, including photocopying, or posting
on the internet or an intranet, without prior written permission. Permission can be requested from either ISO at the address
below or [SO’s member body in the country of the requester.

ISO copyright office

CP 401 o Ch. de Blandonnet 8
CH-1214 Vernier, Geneva
Phone: +41 22 749 01 11
Fax: +41 22 749 09 47
Email: copyright@iso.org
Website: www.iso.org

Published in Switzerland

ii © ISO 2018 - All rights reserved



1SO 11125-1:2018(E)

Contents Page
FFOT@WOTM ........ooccccceeeesse e85 5588585555555 iv
1 S0P ... 1
2 NOITNATIVE TEECI@INCES .........occccocovoveieiesssse st 1
3 Terms and AeFIMITIOIIS ... 1
4 AP PATATUS ...k 2
5 Procedure............... 2
5.1 General ... 2
5.2 Number of sample units..... w2
5.3 SaAMPIING OF SAMPIE UNTES ..o 3
5.3.1  Pallets with bags, boxes o1 SIMILAT ... 3
5.3.2 Drums, bulk sacks or similar .3
54  Reduction Of SAMPLE SIZE ... 4
5.5 TESE SAIMPIE ... 4

6 Sample identification
Annex A (informative) International Standards for metallic blast-cleaning abrasives........................ 6
BIDLEOZTAPIIY . ... 7

© 1S0 2018 - All rights reserved iii



	#2Q/łï,‡†ÛÜFyA¢�AU{�&öÛm#�?µù¹ª“:4Q
TÂýLîäIì´ü'ôulœw¤
q›y¿Á/}ﬁ‰ÁÖÆèŽı˙ÃùUà€ƒ–⁄.ê�%&Ö�U‹(m;è˙À;ÿtc†¦c6_Iù

