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1 Modification in 4.2.5, Slip and skid resistance 

Replace the subclause title "Slip and skid resistance" with “Slip/skid resistance”. 

2 Modification in 4.2.5.1, Conditions 

Replace “skid and slip resistance” with “slip/skid resistance”. 

3 Modification in 4.2.5.2, Test method 

In the NOTE, replace “skid and slip resistance” with “slip/skid resistance”. 

4 Modifications in 4.2.5.3, Durability of slip and skid resistance 

Replace the subclause title with “Durability of slip/skid resistance”. 

In the 1st and 2nd paragraphs, replace twice “skid and slip resistance” with “slip/skid resistance”. 

5 Modification to C.6, Evaluation of results — Assessment of damage 

In the 1st and 3rd paragraphs, replace twice "Type 4" with "Type 6". 

6 Modification to C.7, Test report 

Replace the 2nd part of Figure C.1 with the following figure: 
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7 Modification to D.3, Procedure 

In the 4th paragraph, replace twice "N/mm/s" with “N/(mm.s)”. 
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8 Modifications in ZA.1, Scope and relevant characteristics 

In Table ZA.1, replace “SLIPPERINESS  and SKID RESISTANCE e both dealt with by:” with “SLIP and SKID 
RESISTANCEe both dealt with by:”. 

In Table ZA.1, replace “skid and slip resistance” by “slip/skid resistance”. 

9 Modifications in ZA.3, CE marking 

In List Entry e) 5), replace “slipperiness and/or skid resistance, dealt with by: skid and slip resistance: class U0 
to U3” with “slip and/or skid resistance dealt with by: slip/skid resistance: class U0 to U3”. 

In List Entry e) 7) ii), replace “skid and slip resistance” by “slip/skid resistance”. 
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