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European foreword 

This document (prEN 13375:2017) has been prepared by Technical Committee CEN/TC 254 “Flexible sheets 
for waterproofing”, the secretariat of which is held by NEN. 

This document is currently submitted to the CEN Enquiry. 

This document will supersede EN 13375:2004. 

This document has been prepared under a mandate given to CEN by the European Commission and the 
European Free Trade Association. 
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Introduction 

The purpose of this standard is to give rules for the preparation of specimens for performance related tests 
on waterproofing systems. The standard includes also specifications for the base specimen concrete and for 
the bituminous mixes for the asphalt layer in contact with the waterproofing and used for the test. 
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