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European foreword 

This document (EN 1307:2014+A1:2016/prA3:2018) has been prepared by Technical Committee 
CEN/TC 134 “Resilient, textile and laminate floor coverings”, the secretariat of which is held by NBN. 

This document is currently submitted to the CEN Enquiry. 
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1 Modification to Clause 2, Normative references 

Replace: 

“EN ISO 24345, Resilient floor coverings — Determination of peel resistance (ISO 24345)” 

with: 

“ISO 11857, Textile floor coverings — Determination of resistance to delamination”. 

2 Modification to Clause 6, Basic requirements 

In Table 3, second column, 2nd row from below, replace “EN ISO 24345” with “ISO 11857” to read as 
follows: 

“Table 3 — Basic requirements 

Characteristic Test method Requirements 

Applicable for 
(X means required) 

Carpets 
with pile 

Carpets 
without 

pile 

Flat 
Needled 

Pile 
Needled Flocked 

Peel resistance ISO 11857 ≥ 40 N per 50 mm         X 

“. 
NOTE Only the title, header and related row of the table are shown. This cited part of the instruction will not 
be visible in the consolidated text. 
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