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European foreword 

This document (prEN 2213:2021) has been prepared by the Aerospace and Defence Industries 
Association of Europe — Standardization (ASD-STAN). 

After enquiries and votes carried out in accordance with the rules of this Association, this document has 
received the approval of the National Associations and the Official Services of the member countries of 
ASD-STAN, prior to its presentation to CEN. 

This document is currently submitted to the CEN Enquiry. 

This document will supersede EN 2213:2012. 
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Introduction 

This document is part of the series of EN metallic material standards for aerospace applications. 
The general organization of this series is described in EN 4258. 

This European Standard has been prepared in accordance with EN 4500-005. 
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1 Scope 

This document specifies the requirements relating to: 

Steel 15CrMoV6 (1.7334) 
Air melted 

Hardened and tempered 
Bars 

De ≤ 16 mm 
980 MPa ≤ Rm ≤ 1 180 MPa 

for aerospace applications. 

W.nr: 1.7334. 

ASD-STAN designation: FE-PL1505. 

2 Normative references 

The following documents are referred to in the text in such a way that some or all of their content 
constitutes requirements of this document. For dated references, only the edition cited applies. For 
undated references, the latest edition of the referenced document (including any amendments) applies. 

EN 2951, Aerospace series — Metallic materials — Micrographic determination of content of non-metallic 
inclusions 

EN 4700-002, Aerospace series — Steel and heat resisting alloys — Wrought products — Technical 
specification — Part 002: Bar and section1 

EN ISO 642, Steel — Hardenability test by end quenching (Jominy test) (ISO 642) 

3 Terms and definitions 

No terms and definitions are listed in this document.. 

ISO and IEC maintain terminological databases for use in standardization at the following addresses: 

• ISO Online browsing platform: available at https://www.iso.org/obp 

• IEC Electropedia: available at http://www.electropedia.org/ 

4 Requirements 

See Table 1. 

                                                             
1 Published as ASD-STAN Standard at the date of publication of this standard by AeroSpace and Defence industries 
Association of Europe — Standardization (ASD-STAN), http://www.asd-stan.org/ 
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Table 1 — Requirements for steel 15CrMoV6 (1.7334) 
1 Material designation Steel 15CrMoV6 (1.7334) 

2 Chemical 
composition 

% 

Element C Si Mn P S Cr Mo V Fe 

min. 0,12 — 0,80 — — 1,25 0,80 0,20 
Base 

max. 0,18 0,20 1,10 0,020 0,015 1,50 1,00 0,30 

3 Method of melting Air melted 

4.1 Form Bars 

4.2 Method of production — 

4.3 Limit dimension(s) mm De ≤ 16 

5 Technical specification See EN 4700-002. 

   

6.1 Delivery condition Annealed Hardened and tempered 

Heat treatment — 955 °C ≤ θ ≤ 995 °C/AC 
+ 615 °C ≤ θ ≤ 655 °C a 

6.2 Delivery condition code A U 

7 Use condition Hardened and tempered Delivery condition 

Heat treatment Delivery condition 
955 °C ≤ θ ≤ 995 °C/AC 
+ 615 °C ≤ θ ≤ 655 °C a 

— 

  Characteristics 

8.1 Test sample(s) See EN 4700-002. 

8.2 Test piece(s) See EN 4700-002. 

8.3 Heat treatment Annealed Hardened and tempered 

9 Dimensions concerned mm De ≤ 16 

10 Thickness of cladding on each face % — 

11 Direction of test piece L 
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12 

T 

Temperature θ °C Ambient 

13 Proof stress Rp0,2 MPa — ≥ 780 

14 Strength Rm MPa — 980 ≤ Rm ≤ 1 180 

15 Elongation A % — ≥ 12 b 

16 Reduction of area Z % — — 

17 Hardness HB ≤ 197 291 ≤ HB ≤ 350 

18 Shear strength Rc MPa — 

19 Bending k − — 

20 Impact strength  J — ≥ 30 Notch direction T 

21 

C 

Temperature θ – — 

22 Time h — 

23 Stress σa MPa — 

24 Elongation a % — 

25 Rupture stress σR MPa — 

26 Elongation at rupture A % — 

27 Notes (see line 98) a, b  

31 Hardenability (Jominy test) — See EN 4700-002. 

1 EN ISO 642 

7 The “capability clause” applies. 

Distance in mm 1,5 5 9 15 25 40 

HRC min. 38 37 35 32 31 29 

34 Grain size — See EN 4700-002. 

7 G ≥ 5 

44 External defects — See EN 4700-002. 

7 Visual 
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50 Cleanliness/inclusion content — See EN 4700-002. 

1 EN 2951 

7 Category 1 

51 Macrostructure — See EN 4700-002. 

61 Internal defects — See EN 4700-002. 

7 Class 3 

    

95 Marking inspection — See EN 4700-002. 

96 Dimensional inspection — See EN 4700-002. 

98 Notes 
— 

a   The range of temperature of tempering shall be adjusted on the wire rod if the bar is made from cold working. 
b   In case of cold working transformation, elongation could be 10 % minimum. 

99 Typical use  — — 

100 — Product qualification — — 

    Qualification programme to be agreed between manufacturer and purchaser. 
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