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2   Références normatives

Dans la liste des normes, au lieu de

CEI 813: 1985, Méthode d’essai pour
évaluer la stabilité à l’oxydation des
diélectriques liquides à base d’hydro-
carbures

lire

CEI 1125: 1992, Isolants liquides neufs à
base d’hydrocarbures – Méthodes d’essai
pour évaluer la stabilité à l’oxydation
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9.12   Stabilité à l’oxydation

Au lieu de

... selon la CEI 813, ...

lire

... selon la CEI 1125, Méthode C, ...

Décembre 1993
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2   Normative references

In the list of standards, instead of

IEC 813: 1985, Test method for evaluating
the oxidation stability of hydrocarbon
insulating liquids

read

IEC 1125: 1992, Unused hydrocarbon-
based insulating liquids – Test methods for
evaluating the oxidation stability
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9.12   Oxidation stability

Instead of

... according to IEC 813, ...

read

... according to IEC 1125, Method C, ...

December 1993

Publication 1099 de la CEI
(Première édition - 1992)

Spécifications pour esters organiques
de synthèse neufs à usages électriques

IEC Publication 1099
(First edition - 1992)

Specifications for unused synthetic
organic esters for electrical purposes
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