
2003-01.Slovenski inštitut za standardizacijo. Razmnoževanje celote ali delov tega standarda ni dovoljeno.

Dimniki ï Keramiļne tuljave ï Zahteve in preskusne metode

Abgasanlagen - Keramik-Innenrohre - Anforderungen und Prüfungen

Conduits de fumée - Conduits intérieurs en terre cuite/céramique - Exigences et 
méthodes d'essai

Chimneys - Clay/Ceramic Flue Liners - Requirements and test methods

91.060.40 Dimniki, jaški, kanali Chimneys, shafts, ducts

ICS:

Ta slovenski standard je istoveten z: EN 1457:1999/AC:1999

SIST EN 1457:1999/AC:1999 en

01-december-1999

SIST EN 1457:1999/AC:1999
SLOVENSKI  STANDARD

iTeh STANDARD PREVIEW
(standards.iteh.ai)

SIST EN 1457:1999/AC:1999
https://standards.iteh.ai/catalog/standards/sist/d69fb7e2-06fe-49cc-9088-

ed03eed1b2a1/sist-en-1457-1999-ac-1999
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