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European foreword 

This document (EN 16484:2023) has been prepared by Technical Committee CEN/TC 289 “Leather”, 
the secretariat of which is held by UNI. 

This European Standard shall be given the status of a national standard, either by publication of an 
identical text or by endorsement, at the latest by March 2024, and conflicting national standards shall 
be withdrawn at the latest by March 2024. 

Attention is drawn to the possibility that some of the elements of this document may be the subject of 
patent rights. CEN shall not be held responsible for identifying any or all such patent rights. 

This document supersedes EN 16484:2015. 

The main changes compared to the previous edition are listed below: 

— Alignment of the following terms and definitions with EN 15987:2022: 

— 3.1 “Leather”; 

— 3.4 “Crust”. 

Any feedback and questions on this document should be directed to the users’ national standards body. 
A complete listing of these bodies can be found on the CEN website. 

According to the CEN-CENELEC Internal Regulations, the national standards organisations of the 
following countries are bound to implement this European Standard: Austria, Belgium, Bulgaria, 
Croatia, Cyprus, Czech Republic, Denmark, Estonia, Finland, France, Germany, Greece, Hungary, Iceland, 
Ireland, Italy, Latvia, Lithuania, Luxembourg, Malta, Netherlands, Norway, Poland, Portugal, Republic of 
North Macedonia, Romania, Serbia, Slovakia, Slovenia, Spain, Sweden, Switzerland, Türkiye and the 
United Kingdom. 
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Introduction 

This document has been prepared for defining the conditions for determining the origin of the leather 
production in conformity with the international Non-Preferential Rules of Origin and for fulfilling, 
where applicable, the requirements for supplying the declaration of the country of origin of the leather 
production. 

When the origin of the leather production is declared, it is essential to make certain that the statement 
is accurate. Therefore, it needs to relate to objective and verifiable requirements. 

This document applies to leather only. Leather articles, such as leather bags, leather goods, leather 
accessories, leather footwear, leather clothes or leather clothes accessories, leather upholstered 
furniture, etc. are subject to their own respective rules of origin. It is not possible to determine 
implicitly the origin of leather used (partially or totally) from the declared origin of leather articles. 
Conversely, the origin of the leather used does not automatically confer the origin to the leather article. 
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