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European foreword 

This document (CEN/TS 17048:2024) has been prepared by Technical Committee CEN/TC 254 “Flexible 
sheets for waterproofing”, the secretariat of which is held by NEN. 

Attention is drawn to the possibility that some of the elements of this document may be the subject of 
patent rights. CEN shall not be held responsible for identifying any or all such patent rights. 

Any feedback and questions on this document should be directed to the users’ national standards body. 
A complete listing of these bodies can be found on the CEN website. 

According to the CEN/CENELEC Internal Regulations, the national standards organisations of the 
following countries are bound to announce this Technical Specification: Austria, Belgium, Bulgaria, 
Croatia, Cyprus, Czech Republic, Denmark, Estonia, Finland, France, Germany, Greece, Hungary, Iceland, 
Ireland, Italy, Latvia, Lithuania, Luxembourg, Malta, Netherlands, Norway, Poland, Portugal, Republic of 
North Macedonia, Romania, Serbia, Slovakia, Slovenia, Spain, Sweden, Switzerland, Türkiye and the 
United Kingdom. 
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1 Scope 

This document specifies characteristics and performances of plastic and rubber sheets for waterproofing 
of concrete bridge decks and other concrete surfaces trafficable by vehicles where the waterproofing is 
fully bonded to the concrete deck and fully bonded to the asphalt overlay. 

This document does not cover concrete surfaces trafficable by vehicles where the waterproofing is not 
fully bonded to the concrete and/or not fully bonded to an overlay. 

This document also states the test methods used for verifying the characteristics and gives rules for the 
assessment and verification of consistency of performance of the product. 

2 Normative references 

The following documents are referred to in the text in such a way that some or all of their content 
constitutes requirements of this document. For dated references, only the edition cited applies. For 
undated references, the latest edition of the referenced document (including any amendments) applies. 

EN 495-5, Flexible sheets for waterproofing — Determination of foldability at low temperature — Part 5: 
Plastic and rubber sheets for roof waterproofing 

EN 1107-2, Flexible sheets for waterproofing — Determination of dimensional stability — Part 2: Plastic 
and rubber sheets for roof waterproofing 

EN 1110, Flexible sheets for waterproofing — Bitumen sheets for roof waterproofing — Determination of 
flow resistance at elevated temperature 

EN 1296, Flexible sheets for waterproofing — Bitumen, plastic and rubber sheets for roofing — Method of 
artificial ageing by long term exposure to elevated temperature 

EN 1548, Flexible sheets for waterproofing — Plastic and rubber sheets for roof waterproofing — Method 
for exposure to bitumen 

EN 1848-2, Flexible sheets for waterproofing — Determination of length, width, straightness and flatness 
— Part 2: Plastic and rubber sheets for roof waterproofing 

EN 1849-2, Flexible sheets for waterproofing — Determination of thickness and mass per unit area — 
Part 2: Plastics and rubber sheets for roof waterproofing 

EN 1850-2, Flexible sheets for waterproofing — Determination of visible defects — Part 2: Plastic and 
rubber sheets for roof waterproofing 

EN 12311-2, Flexible sheets for waterproofing — Determination of tensile properties — Part 2: Plastic and 
rubber sheets for roof waterproofing 

EN 13375, Flexible sheets for waterproofing — Waterproofing of concrete bridge decks and other concrete 
surfaces trafficable by vehicles — Specimen preparation 

EN 13416, Flexible sheets for waterproofing — Bitumen, plastic and rubber sheets for roof waterproofing 
— Rules for sampling 

EN 13596, Flexible sheets for waterproofing — Waterproofing of concrete bridge decks and other concrete 
surfaces trafficable by vehicles — Determination of bond strength 
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