INTERNATIONAL ISO
STANDARD 15609-2

Second edition
2019-08

Specification and qualification of
welding procedures for metallic
materials — Welding procedure
specification —

Part 2:
Gas welding

Descriptif et qualification d'un mode opératoire de soudage pour
les matériaux métalliques — Descriptif d'un mode opératoire de
soudage —

Partie 2: Soudage aux gaz

Reference number
ISO 15609-2:2019(E)

©1S0 2019



ISO 15609-2:2019(E)

COPYRIGHT PROTECTED DOCUMENT

© 1S0 2019

All rights reserved. Unless otherwise specified, or required in the context of its implementation, no part of this publication may
be reproduced or utilized otherwise in any form or by any means, electronic or mechanical, including photocopying, or posting
on the internet or an intranet, without prior written permission. Permission can be requested from either ISO at the address
below or [SO’s member body in the country of the requester.

ISO copyright office

CP 401 o Ch. de Blandonnet 8
CH-1214 Vernier, Geneva
Phone: +41 22 749 01 11
Fax: +41 22 749 09 47
Email: copyright@iso.org
Website: www.iso.org

Published in Switzerland

ii © IS0 2019 - All rights reserved



ISO 15609-2:2019(E)

Contents Page
FFOT@WOTM ........ooccccceeeesse e85 5588585555555 iv
IIMETOUICEIONL. ..ot 8885 v
1 S0P ... 1
2 NOIIMATIVE FEERTEIICES .........cccooii et 1
3 Terms and defiNITIONIS ... 1
4 Technical content of Welding Procedure Specification (WPS)
4.1 GEIIETAL ..o
4.2 Information related to the manufacturer
4.3 Information related to the parent material. ...
4.3.1  Parent Material T Pe e
4.3.2  Material dimensions
4.4 Information common to all welding Procedures ...
441 WEIAING PIOCESS ....oooooeioeieeieiee et
442 Jointdesign.......
4.4.3  Welding position.....
4.4.4  Joint preparation......
445 Welding technique..
44.6 Backgouging....
4.7 BACKINIE et
4.4.8  Welding CONSUMADIES ...ttt
449  Flame parameters..........
4410 Mechanized and automatic welding
4411 Pre-heat temperature................
4.4.12 Interpass temperature.................
4.4.13 Pre-heat maintenance temperature
4.4.14 Post-weld heat-treatiMent ... ...
Annex A (informative) Welding Procedure Specification (WPS) ... 5

Bibliography

© 1S0 2019 - All rights reserved iii



