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FOREWORD 

ISO (the International Organization for Standardization) is a worldwide federation 
of national Standards institutes (ISO Member Bodies). The work of developing 
International Standards is carried out through ISO Technical Committees. Every 
Member Body interested in a subject for which a Technical Committee has been set 
up has the right to be represented on that Committee. International organizations, 
governmental and non-governmental, in liaison with ISO, also take part in the work. 

International Standard ISO 3340 was drawn up by Technical Committee 
ISO/TC 89, Fibre building boards, and circulated to the Member Bodies in 
February 1974. 

lt has been approved by the Member Bodies of the following countries : 

Austria lndia 
Belgium Iran 
Bulgaria I reland 
Canada Mexico 
Chile Netherlands 
Czechoslovakia New Zealand 
Egypt, Arab Rep. of Norway 
Finland Poland 
France Portugal 
Hungary Romania 

South Africa, Rep. of 
Spain 
Sweden 
Switzerland 
Thailand 
Turkey 
United Kingdom 
U.S.S.R. 
Yugoslavia 

The Member Body of the following 
on technical grounds : 

country expressed disapproval of the document 

Germany 

0 International Organkation for Standardkation, 1976 l 

Printed in Switzerland 
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INTERNATIONAL STANDARD ISO 33404976 (E) 

Fibre building boards - Determination of sand content 

1 SCOPE 7 APPARATUS 

This International Standard specifies a method for 
determining the sand content in fibre building boards, to 
obtain an indication of their machinability by cutting tools. 

NOTE - The origin of sand is from extraneous sources. Only 
siliceous particles greater than 40 Pm are considered to be damaging. 

Ordinary laboratory apparatus and : 

7.1 Balance, accurate to 0,001 g. 

7.2 Tubular hearth, in accordance with the figure. 

7.3 Muffle furnace regulated at a temperature between 
500 and 600 ‘C, with an arrangement for Ventilation. 

2 FIELD OF APPLICATION 

This International Standard applies to hard and medium 
fibre building boards. 

7.4 

7.5 

Desiccator, containing silica gel. 

Oven, regulated at 103 + 2 “C. 

7.6 Bunsen burner. 

3 REFERENCES 

ISO 818, Fibre building boards - Definition - 
Classifica tion. 

ISO.. . , Fibre building boards - Sampling, cutting and 
inspection. 1) 

7.7 Water bath at 75 “C. 

7.8 Evaporating dish, capacity 400 ml. 

7.9 Glass beaker, capacity 250 ml. 

7.10 Measuring cylinder, capacity 100 ml. 

4 DEFINITION 

See ISO 818. 

5 PRINCIPLE 

7.11 Nylon mesh, 40 Pm mesh (35 Pm is acceptable). 

7.12 Sintered glass filter crucible, porosity 4. 

7.13 Glass rod. 

Complete combustion of test pieces and determination of 
the sand content by weighing. 

7.14 Crucible tongs. 

7.15 Bottle with spout. 

6 REAGENTS 8 SAMPLING 

6.1 Hydrochlorit acid, concentrated, p 1,18 g/mI, about 

36 % (m/m). 

Determine the number of samples in accordance with the 
method given in ISO . . . 

Take at random, by drawing lots, Strips each 10 mm wide, 
across the full width of the boards. _ ___. -.- 6.2 Distilled water. 

1) In preparation. 
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