
© ISO 2018

Leather — Chemical tests — 
Determination of matter soluble in 
dichloromethane and free fatty acid 
content
Cuir — Essais chimiques — Dosage des matières solubles dans le 
dichlorométhane et des acides gras libres

INTERNATIONAL 
STANDARD

Third edition
2018-06

Reference numbers
ISO 4048:2018(E)

IULTCS/IUC 4:2018(E)

ISO
4048

IULTCS/IUC 4

iTeh Standards
(https://standards.iteh.ai)

Document Preview
ISO 4048:2018

https://standards.iteh.ai/catalog/standards/iso/80654184-7ee3-4881-8f1f-3ef51dd1030d/iso-4048-2018



﻿

ISO 4048:2018(E)
IULTCS/IUC 4:2018(E)

ii� © ISO 2018 – All rights reserved

COPYRIGHT PROTECTED DOCUMENT

©  ISO 2018
All rights reserved. Unless otherwise specified, or required in the context of its implementation, no part of this publication may 
be reproduced or utilized otherwise in any form or by any means, electronic or mechanical, including photocopying, or posting 
on the internet or an intranet, without prior written permission. Permission can be requested from either ISO at the address 
below or ISO’s member body in the country of the requester.

ISO copyright office
CP 401 • Ch. de Blandonnet 8
CH-1214 Vernier, Geneva
Phone: +41 22 749 01 11
Fax: +41 22 749 09 47
Email: copyright@iso.org
Website: www.iso.org

Published in Switzerland

iTeh Standards
(https://standards.iteh.ai)

Document Preview
ISO 4048:2018

https://standards.iteh.ai/catalog/standards/iso/80654184-7ee3-4881-8f1f-3ef51dd1030d/iso-4048-2018



﻿

ISO 4048:2018(E)
IULTCS/IUC 4:2018(E)

Foreword.........................................................................................................................................................................................................................................iv
1	 Scope.................................................................................................................................................................................................................................. 1
2	 Normative references....................................................................................................................................................................................... 1
3	 Terms and definitions...................................................................................................................................................................................... 1
4	 Principle......................................................................................................................................................................................................................... 2
5	 Reagents......................................................................................................................................................................................................................... 2
6	 Apparatus...................................................................................................................................................................................................................... 2
7	 Sampling and preparation of the samples.................................................................................................................................. 3
8	 Procedure..................................................................................................................................................................................................................... 3

8.1	 General............................................................................................................................................................................................................ 3
8.2	 Extraction using the Soxhlet apparatus.............................................................................................................................. 3
8.3	 Extraction using a pressurized extraction system.................................................................................................... 4
8.4	 Determination of free fatty acid content........................................................................................................................... 4

9	 Expression of results......................................................................................................................................................................................... 4
9.1	 Calculation of the matter extractable in dichloromethane................................................................................ 4
9.2	 Calculation of the free fatty acid content........................................................................................................................... 5

10	 Test report.................................................................................................................................................................................................................... 5
Annex A (informative) Comparison of five leather samples......................................................................................................... 6
Annex B (informative) Repeatability and reproducibility.............................................................................................................. 7
Bibliography................................................................................................................................................................................................................................. 8

© ISO 2018 – All rights reserved� iii

Contents� Page

iTeh Standards
(https://standards.iteh.ai)

Document Preview
ISO 4048:2018

https://standards.iteh.ai/catalog/standards/iso/80654184-7ee3-4881-8f1f-3ef51dd1030d/iso-4048-2018


