
Thermoplastics pipes — 
Determination of tensile properties —
Part 2: 
Pipes made of unplasticized 
poly(vinyl chloride) (PVC-U), oriented 
unplasticized poly(vinyl chloride) 
(PVC-O), chlorinated poly(vinyl 
chloride) (PVC-C) and high-impact 
poly(vinyl chloride) (PVC-HI)
Tubes en matières thermoplastiques — Détermination des 
caractéristiques en traction —
Partie 2: Tubes en poly(chlorure de vinyle) non plastifié (PVC-U), 
poly(chlorure de vinyle) non plastifié orienté (PVC-O), poly(chlorure 
de vinyle) chloré (PVC-C) et poly(chlorure de vinyle) à résistance au 
choc améliorée (PVC-HI)
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