
© ISO 2019

Preparation of steel substrates before 
application of paints and related 
products — Surface preparation 
methods —
Part 2: 
Abrasive blast-cleaning
Préparation des subjectiles d'acier avant application de peintures et 
de produits assimilés — Méthodes de préparation des subjectiles —
Partie 2: Décapage par projection d'abrasif

INTERNATIONAL 
STANDARD

ISO
8504-2

Third edition
2019-10

Reference number
ISO 8504-2:2019(E)

iTeh Standards
(https://standards.iteh.ai)

Document Preview
ISO 8504-2:2019

https://standards.iteh.ai/catalog/standards/iso/339ad490-b893-49ac-a044-a812368cfa45/iso-8504-2-2019



﻿

ISO 8504-2:2019(E)
﻿

ii� © ISO 2019 – All rights reserved

COPYRIGHT PROTECTED DOCUMENT

©  ISO 2019
All rights reserved. Unless otherwise specified, or required in the context of its implementation, no part of this publication may 
be reproduced or utilized otherwise in any form or by any means, electronic or mechanical, including photocopying, or posting 
on the internet or an intranet, without prior written permission. Permission can be requested from either ISO at the address 
below or ISO’s member body in the country of the requester.

ISO copyright office
CP 401 • Ch. de Blandonnet 8
CH-1214 Vernier, Geneva
Phone: +41 22 749 01 11
Fax: +41 22 749 09 47
Email: copyright@iso.org
Website: www.iso.org

Published in Switzerland

iTeh Standards
(https://standards.iteh.ai)

Document Preview
ISO 8504-2:2019

https://standards.iteh.ai/catalog/standards/iso/339ad490-b893-49ac-a044-a812368cfa45/iso-8504-2-2019



﻿

ISO 8504-2:2019(E)
﻿

Foreword.........................................................................................................................................................................................................................................iv
Introduction...................................................................................................................................................................................................................................v
1	 Scope.................................................................................................................................................................................................................................. 1
2	 Normative references....................................................................................................................................................................................... 1
3	 Terms and definitions...................................................................................................................................................................................... 1
4	 Abrasives........................................................................................................................................................................................................................ 2

4.1	 Materials and types.............................................................................................................................................................................. 2
4.2	 General requirements........................................................................................................................................................................ 4

4.2.1	 Technical.................................................................................................................................................................................. 4
4.2.2	 Health and safety.............................................................................................................................................................. 4

4.3	 Selection considerations.................................................................................................................................................................. 4
5	 Abrasive blast-cleaning methods......................................................................................................................................................... 5

5.1	 Dry abrasive blast-cleaning........................................................................................................................................................... 5
5.1.1	 Centrifugal abrasive blast-cleaning.................................................................................................................. 5
5.1.2	 Compressed-air abrasive blast-cleaning...................................................................................................... 6
5.1.3	 Vacuum or suction-head abrasive blast-cleaning................................................................................. 6

5.2	 Wet abrasive blast-cleaning.......................................................................................................................................................... 7
5.2.1	 General...................................................................................................................................................................................... 7
5.2.2	 Moisture-injection abrasive blast-cleaning (compressed-air moisture-

injection abrasive blast- cleaning)..................................................................................................................... 7
5.2.3	 Compressed-air wet abrasive blast-cleaning........................................................................................... 8
5.2.4	 Slurry blast-cleaning..................................................................................................................................................... 8
5.2.5	 Pressurized-liquid blast-cleaning...................................................................................................................... 9

6	 Procedure..................................................................................................................................................................................................................... 9
6.1	 Preparation before blast-cleaning........................................................................................................................................... 9
6.2	 Blast-cleaning............................................................................................................................................................................................ 9
6.3	 After blast-cleaning........................................................................................................................................................................... 10

7	 Assessment of the blast-cleaned surface..................................................................................................................................10
Bibliography..............................................................................................................................................................................................................................11

© ISO 2019 – All rights reserved� iii

Contents� Page

iTeh Standards
(https://standards.iteh.ai)

Document Preview
ISO 8504-2:2019

https://standards.iteh.ai/catalog/standards/iso/339ad490-b893-49ac-a044-a812368cfa45/iso-8504-2-2019


