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European foreword 

This document (prEN 12814-2:2026) has been prepared by Technical Committee CEN/TC 249 “Plastics”, 
the secretariat of which is held by SIS. 

This document is currently submitted to the CEN enquiry. 

This document supersedes EN 12814-2:2021. 

In comparison with the previous edition, the following technical modifications have been made: 

— the minimum test specimen lengths have been revised; 

— Annex C (notched tensile test specimen) has been deleted. 
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