
SLOVENSKI  STANDARD 
SIST EN 1370:2026

01-oktober-2026

Livarstvo - Preiskave hrapavosti površine

Founding - Examination of surface condition

Gießereiwesen - Bewertung des Oberflächenzustandes

Fonderie - Contrôle de l'état de surface

Ta slovenski standard je istoveten z: EN 1370:2026

17.040.20 Lastnosti površin Properties of surfaces

77.180 Oprema za metalurško 
industrijo

Equipment for the 
metallurgical industry

ICS:

SIST EN 1370:2026 en,fr,de

2003-01.Slovenski inštitut za standardizacijo. Razmnoževanje celote ali delov tega standarda ni dovoljeno.

Sample Document
get full document from standards.iteh.ai

SIST EN 1370:2026  •  https://standards.iteh.ai/catalog/standards/sist/bf9e6807-3d48-4095-a361-bab7358ca173/sist-en-1370-2026

https://standards.iteh.ai/catalog/standards/sist/bf9e6807-3d48-4095-a361-bab7358ca173/sist-en-1370-2026
https://standards.iteh.ai/catalog/standards/sist/bf9e6807-3d48-4095-a361-bab7358ca173/sist-en-1370-2026


 

SIST EN 1370:2026

Sample Document
get full document from standards.iteh.ai

SIST EN 1370:2026  •  https://standards.iteh.ai/catalog/standards/sist/bf9e6807-3d48-4095-a361-bab7358ca173/sist-en-1370-2026

https://standards.iteh.ai/catalog/standards/sist/bf9e6807-3d48-4095-a361-bab7358ca173/sist-en-1370-2026
https://standards.iteh.ai/catalog/standards/sist/bf9e6807-3d48-4095-a361-bab7358ca173/sist-en-1370-2026


 

 

 
EUROPEAN STANDARD 

NORME EUROPÉENNE 

EUROPÄISCHE NORM 

	
	 EN 1370 
  

 
 August 2026 

ICS 17.040.20; 77.180 Supersedes EN 1370:2011

English Version 

 Founding - Examination of surface condition  

Fonderie - Contrôle de l'état de surface  Gießereiwesen - Bewertung des Oberflächenzustandes 

This European Standard was approved by CEN on 19 July 2026.  
 
CEN members are bound to comply with the CEN/CENELEC Internal Regulations which stipulate the conditions for giving this 
European Standard the status of a national standard without any alteration. Up-to-date lists and bibliographical references 
concerning such national standards may be obtained on application to the CEN-CENELEC Management Centre or to any CEN 
member. 
 
This European Standard exists in three official versions (English, French, German). A version in any other language made by 
translation under the responsibility of a CEN member into its own language and notified to the CEN-CENELEC Management 
Centre has the same status as the official versions. 
 
CEN members are the national standards bodies of Austria, Belgium, Bulgaria, Croatia, Cyprus, Czech Republic, Denmark, Estonia, 
Finland, France, Germany, Greece, Hungary, Iceland, Ireland, Italy, Latvia, Lithuania, Luxembourg, Malta, Netherlands, Norway, 
Poland, Portugal, Republic of North Macedonia, Romania, Serbia, Slovakia, Slovenia, Spain, Sweden, Switzerland, Türkiye and 
United Kingdom. 
 
 
 

 
EUROPEAN COMMITTEE FOR STANDARDIZATION  
C O M I T É  E U R O P É E N  D E  N O R M A L I S A T I O N  
E U R O P Ä I S C H E S  K O M I T E E  F Ü R  N O R M U N G  
 

 

CEN-CENELEC Management Centre:  Rue de la Science 23,  B-1040 Brussels 

© 2026 CEN All rights of exploitation in any form and by any means reserved 
worldwide for CEN national Members. 

Ref. No. EN 1370:2026 E

SIST EN 1370:2026

Sample Document
get full document from standards.iteh.ai

SIST EN 1370:2026  •  https://standards.iteh.ai/catalog/standards/sist/bf9e6807-3d48-4095-a361-bab7358ca173/sist-en-1370-2026

https://standards.iteh.ai/catalog/standards/sist/bf9e6807-3d48-4095-a361-bab7358ca173/sist-en-1370-2026
https://standards.iteh.ai/catalog/standards/sist/bf9e6807-3d48-4095-a361-bab7358ca173/sist-en-1370-2026


EN 1370:2026 (E) 

2 

Contents Page 

European foreword ...................................................................................................................................................... 3 

Introduction .................................................................................................................................................................... 3 

1 Scope .................................................................................................................................................................... 5 

2 Normative references .................................................................................................................................... 5 

3 Terms and definitions ................................................................................................................................... 5 

4 Comparators ..................................................................................................................................................... 5 

5 Requirements ................................................................................................................................................... 5 

5.1 General................................................................................................................................................................ 5 
5.2 Surface roughness examination ................................................................................................................ 6 
5.2.1 General................................................................................................................................................................ 6 
5.2.2 Surface roughness examination by visual tactile comparators ..................................................... 8 
5.2.3 Surface roughness examination by contact (stylus) instruments or non-contact 

(optical) instruments .................................................................................................................................... 8 
5.3 Visual examination of surface discontinuities ..................................................................................... 8 
5.3.1 General................................................................................................................................................................ 8 
5.3.2 Classification of surface discontinuities by dimensions ................................................................... 9 
5.3.3 Classification of surface discontinuities for steel and iron castings by visual tactile 

comparators.................................................................................................................................................... 10 

6 Documentation .............................................................................................................................................. 12 

Annex A (informative)  Significant technical changes between this document and the 
previous edition ............................................................................................................................................ 13 

Bibliography ................................................................................................................................................................. 14 

 

SIST EN 1370:2026

Sample Document
get full document from standards.iteh.ai

SIST EN 1370:2026  •  https://standards.iteh.ai/catalog/standards/sist/bf9e6807-3d48-4095-a361-bab7358ca173/sist-en-1370-2026

https://standards.iteh.ai/catalog/standards/sist/bf9e6807-3d48-4095-a361-bab7358ca173/sist-en-1370-2026
https://standards.iteh.ai/catalog/standards/sist/bf9e6807-3d48-4095-a361-bab7358ca173/sist-en-1370-2026


EN 1370:2026 (E) 

3 

European foreword 

This document (EN 1370:2026) has been prepared by Technical Committee CEN/TC 190 “Foundry 
technology”, the secretariat of which is held by DIN. 

This European Standard shall be given the status of a national standard, either by publication of an 
identical text or by endorsement, at the latest by February 2027 and conflicting national standards shall 
be withdrawn at the latest by February 2027. 

Attention is drawn to the possibility that some of the elements of this document may be the subject of 
patent rights. CEN shall not be held responsible for identifying any or all such patent rights. 

This document supersedes EN 1370:2011. 

Annex A, Table A.1 provides details of significant technical changes between this document and the 
previous edition. 

Any feedback and questions on this document should be directed to the users’ national standards body. 
A complete listing of these bodies can be found on the CEN website. 

According to the CEN-CENELEC Internal Regulations, the national standards organizations of the 
following countries are bound to implement this European Standard: Austria, Belgium, Bulgaria, Croatia, 
Cyprus, Czech Republic, Denmark, Estonia, Finland, France, Germany, Greece, Hungary, Iceland, Ireland, 
Italy, Latvia, Lithuania, Luxembourg, Malta, Netherlands, Norway, Poland, Portugal, Republic of North 
Macedonia, Romania, Serbia, Slovakia, Slovenia, Spain, Sweden, Switzerland, Türkiye and the United 
Kingdom. 
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