
SLOVENSKI  STANDARD 
SIST EN 15344:2025

01-september-2025

Polimerni materiali - Reciklirani polimerni materiali - Karakterizacija recikliranega 
polietilena (PE)

Plastics - Recycled plastics - Characterization of Polyethylene (PE) recyclates

Kunststoffe - Kunststoff-Rezyklate - Charakterisierung von Polyethylen(PE)-Rezyklaten

Plastiques - Plastiques recyclés - Caractérisation des recyclats de polyéthylène (PE)

Ta slovenski standard je istoveten z: EN 15344:2025

13.030.50 Recikliranje Recycling

83.080.20 Plastomeri Thermoplastic materials

ICS:

SIST EN 15344:2025 en,fr,de

2003-01.Slovenski inštitut za standardizacijo. Razmnoževanje celote ali delov tega standarda ni dovoljeno.

iTeh Standards
(https://standards.iteh.ai)

Document Preview
SIST EN 15344:2025

https://standards.iteh.ai/catalog/standards/sist/cab1db11-5f7f-4fe3-8f33-72e1a0aec29c/sist-en-15344-2025



 

SIST EN 15344:2025

iTeh Standards
(https://standards.iteh.ai)

Document Preview
SIST EN 15344:2025

https://standards.iteh.ai/catalog/standards/sist/cab1db11-5f7f-4fe3-8f33-72e1a0aec29c/sist-en-15344-2025



 

 

 
EUROPEAN STANDARD 

NORME EUROPÉENNE 

EUROPÄISCHE NORM 

	
	 EN 15344 
  

 
 June 2025 

ICS 13.030.50; 83.080.20 Supersedes EN 15344:2021

English Version 

 Plastics - Recycled plastics - Characterization of 
Polyethylene (PE) recyclates 

 

Plastiques - Plastiques recyclés - Caractérisation des 
recyclats de polyéthylène (PE) 

 Kunststoffe - Kunststoff-Rezyklate - Charakterisierung 
von Polyethylen(PE)-Rezyklaten 

This European Standard was approved by CEN on 28 April 2025.  
 
CEN members are bound to comply with the CEN/CENELEC Internal Regulations which stipulate the conditions for giving this 
European Standard the status of a national standard without any alteration. Up-to-date lists and bibliographical references 
concerning such national standards may be obtained on application to the CEN-CENELEC Management Centre or to any CEN 
member. 
 
This European Standard exists in three official versions (English, French, German). A version in any other language made by 
translation under the responsibility of a CEN member into its own language and notified to the CEN-CENELEC Management 
Centre has the same status as the official versions. 
 
CEN members are the national standards bodies of Austria, Belgium, Bulgaria, Croatia, Cyprus, Czech Republic, Denmark, Estonia, 
Finland, France, Germany, Greece, Hungary, Iceland, Ireland, Italy, Latvia, Lithuania, Luxembourg, Malta, Netherlands, Norway, 
Poland, Portugal, Republic of North Macedonia, Romania, Serbia, Slovakia, Slovenia, Spain, Sweden, Switzerland, Türkiye and 
United Kingdom. 
 
 
 

 
EUROPEAN COMMITTEE FOR STANDARDIZATION  
C O M I T É  E U R O P É E N  D E  N O R M A L I S A T I O N  
E U R O P Ä I S C H E S  K O M I T E E  F Ü R  N O R M U N G  
 

 

CEN-CENELEC Management Centre:  Rue de la Science 23,  B-1040 Brussels 

© 2025 CEN All rights of exploitation in any form and by any means reserved 
worldwide for CEN national Members. 

Ref. No. EN 15344:2025 E

SIST EN 15344:2025

iTeh Standards
(https://standards.iteh.ai)

Document Preview
SIST EN 15344:2025

https://standards.iteh.ai/catalog/standards/sist/cab1db11-5f7f-4fe3-8f33-72e1a0aec29c/sist-en-15344-2025



EN 15344:2025 (E) 

2 

Contents Page 

European foreword ............................................................................................................................................ 3 

Introduction .......................................................................................................................................................... 5 

1 Scope .......................................................................................................................................................... 6 

2 Normative references .......................................................................................................................... 6 

3 Terms and definitions ......................................................................................................................... 6 

4 Symbols and abbreviations ............................................................................................................... 7 

5 Characterization of PE recyclates ................................................................................................... 7 

6 Quality assurance ............................................................................................................................... 11 

Annex A (informative)  Method for the determination of contaminants ........................................ 13 

A.1 General.................................................................................................................................................... 13 

A.2 Principle ................................................................................................................................................. 13 

A.3 Apparatus .............................................................................................................................................. 13 

A.3.1 Method A ................................................................................................................................................ 13 

A.3.2 Method B ................................................................................................................................................ 13 

A.3.3 Method C ................................................................................................................................................. 13 

A.3.4 Method D ................................................................................................................................................ 14 

A.3.5 Device for examination ..................................................................................................................... 14 

A.4 Procedure .............................................................................................................................................. 14 

A.4.1 Method A ................................................................................................................................................ 14 

A.4.2 Method B ................................................................................................................................................ 14 

A.4.3 Method C ................................................................................................................................................. 14 

A.4.4 Method D ................................................................................................................................................ 15 

A.5 Expression of results ......................................................................................................................... 15 

A.6 Test report ............................................................................................................................................. 15 

Annex B (normative)  Test Method for the determination of bulk density ................................... 16 

B.1 General.................................................................................................................................................... 16 

B.2 Material .................................................................................................................................................. 16 

B.3 Apparatus .............................................................................................................................................. 16 

B.4 Preparation of test sample .............................................................................................................. 17 

B.5 Procedure .............................................................................................................................................. 17 

B.6 Expression of results ......................................................................................................................... 18 

B.7 Test report ............................................................................................................................................. 18 

Bibliography ....................................................................................................................................................... 19 

SIST EN 15344:2025

iTeh Standards
(https://standards.iteh.ai)

Document Preview
SIST EN 15344:2025

https://standards.iteh.ai/catalog/standards/sist/cab1db11-5f7f-4fe3-8f33-72e1a0aec29c/sist-en-15344-2025


